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PART  1: Review Comments 

 

 Reviewer’s comment Author’s comment (if agreed with reviewer, correct the 

manuscript and highlight that part in the manuscript. It is 

mandatory that authors should write his/her feedback here) 

Compulsory REVISION comments 

 

1. The authors indicate that zeolite P is a catalyst for the 

photocatalytic reaction of RNL dye in the Abstract and in the 

Conclusion.  Those statements are inconsistent with the 

comment they make in the Results and Discussion section, lines 

323 – 325.  In those lines they state that the decrease in colour 

is caused by adsorption of the RNL dye unto the zeolite P.  If 

their comment in lines 323-325 is correct, perhaps they should 

state that zeolite P is an adsorbent rather than a catalyst in the 

Conclusion and Abstract. 

 

Minor REVISION comments   

Optional/General comments 

 

2. Figure 8 compares the product from the photoreactor when 

zeolite P was present in the reactor to the product obtained 

when the reactor only contained the RNL dye. 

3. It would be useful to have a third curve showing the UV/vis 

spectra for the RNL dye that had not been processed in the 

reactor. 

4. It would be useful to have a fourth curve for the product 

obtained with zeolite P was in the reactor when the light in the 

reactor was turned off.  That would indicate the extent of 

adsorption that was not related to the photo aspect of the 

reactor.  It might be possible that the photo phenomenon has no 

affect and that the only effect is adsorption on the zeolite P. 

5. I think the paper presents XRD evidence to support the 

conclusion that zeolite P was obtained from kaolinite waste.  I 

think that is the important part of the paper.  The reaction data 

in Figure 8 is much less important.  I think the data is 

interesting and that the paper merits publication. 
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