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PART  1: Review Comments 

 

 Reviewer’s comment Author’s comment (if agreed with reviewer, 

correct the manuscript and highlight that part in 

the manuscript. It is mandatory that authors 

should write his/her feedback here) 

Compulsory REVISION comments 

 

1) Section 2.4: The slab was cold rolled to 2.4 mm 

sheet, but there was no mention of single 

pass/multipass cold rolling. 

2) Section 3.2: What is the reason for hardness 

increase after cold rolling? 

3) In Figure 5 the magnification(20µ) should be 

placed on the same position for all of the 

images. 

 Section 3.3:  various mechanical properties were 

measured in three different aging temperature. Why  

the mechanical properties aged at 120°C is better 

than 110°C and 130°C? 

 

Minor REVISION comments 

 

 

1) In Figure 3:  “(a)” and “(b)” should be 

mentioned on the images. 

 

Optional/General comments 

 

1) Introduction: There are only 12 references in 

introduction. The authors should include 

more references in introduction. 
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