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Two step and regression re-aging heat treatment of Al-5.2%Zn-2.3%Mg 2 

alloy applied in cigarette making machines 3 

 4 

Abstract Deformation scheme and pre-heat treatment of Al-5.2%Zn-2.3%Mg aluminum alloy is chosen, homogenizing 5 

annealing at 415  for 1h, cooling to 200  in furnace at a cooling rate of less than 30 / h and then cooling to room 6 

temperature to make Al-5.2%Zn-2.3%Mg aluminum alloy annealed fully. Heat treatment tests of Al-5.2%Zn-2.3%Mg 7 

aluminum alloy mainly consisting of rolling and aging were conducted, and the optimum peak aging mechanism is 1208 

/20h. Through comparison of microstructure and mechanical properties with different deformation and aging mechanism, 9 

effect of deformation rates and aging mechanism on properties of Al-5.2%Zn-2.3%Mg aluminum alloy was analyzed, and 10 

optimum double-peak aging mechanism is 110 /7h+170 /16h. Orthogonal experiments were carried out to analyze 11 

mechanical and electrical properties of tested materials before and after deformation, and effect of aging mechanism on 12 

Al-5.2%Zn-2.3%Mg Al alloy was analyzed, and the optimum regression aging mechanism is 120 /20h+17013 

/40min+120 /20h. 14 
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1 Introduction 17 

Al-Zn-Mg-Cu aluminum alloys belong to superduralumin, which possesses high strength at room 18 

temperature[1]. High content of Zn in the alloy has a high solubility in aluminum and abnormal 19 

precipitation hardening effect, which makes the strength and fracture toughness improved, and having a 20 

good hot workability, but with lower ductility and a tendency to stress corrosion. Al-Zn-Mg-Cu aluminum 21 

alloys have high strength and good hardenability, which is suitable for the production of pre-stretching 22 

board, large-size extrusion products, large forgings, which makes it widely used in aerospace and military 23 

industries[2,3]. In the different parts of cigarette machines, including rod forming machine, tobacco 24 

feeding machine, cutting machine and manipulator all have detecting devices made of Al-Zn-Mg alloy . 25 

In order to develop aluminum alloy with high strength, high toughness and high resistance to stress 26 

corrosion cracking, many trials and studies were carried out for decades, and there are mainly two effective 27 

methods, TMT (Thermo-Mechanical treatment) and RRA (Retrogression and Re-ageing)[4,5]. TMT is a 28 

process combining both strain hardening after the plastic deformation and phase transformation 29 

strengthening after heat treatment[6]. The basic principle is to increase the density of defects in the metal 30 

deformation and change its distribution, deformation defects generated by phase transition during heat 31 

treatment will affect nucleation and distribution of the new phases, at the same time, the formation of new 32 

phases will pin or block movement of dislocations defects, making defects stable and microstructure refine, 33 

improving its strength and toughness[7-9]. Dislocation imported by deformation often combined into a 34 

dislocation network through slipping or climbing movement to reduce energy, therefore, the microstructure 35 

of the treated Al-Zn-Mg aluminum alloy is with a high dislocation density and sub-structures, and 36 

thermo-mechanical treatment is essentially substructure strengthening[10,11]. 37 

In 1974 B.M.Cina first proposed that after artificial aging is suitable for regression treatment, and 38 

later repeating the original artificial aging, which would effectively improve mechanical properties and 39 

corrosion resistance of aluminum alloy, and the heat treatment process is called RRA treatment[12]. 40 
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Through peak aging, tensile strength of alloy could achieve ideal value, but the corrosion resistance 41 

decreases. In RRA, the temperature and time of second two-step aging is critical to the whole aging 42 

process. However, to the best of authors' knowledge, there have been few reports on deformation and 43 

ageing treatment of Al-5.2%Zn-2.3%Mg aluminum alloy. The purpose of the present study is to investigate 44 

the effect of the deformation and different ageing treatment on the microstructure and mechanical 45 

properties of Al-5.2%Zn-2.3%Mg aluminum alloy, providing reference for its various industrial 46 

applications such as in cigarette making machines. 47 

2 Experimental materials and method 48 

2.1 Experimental materials 49 

The materials used in this research work were wrought heat treatable Al-5.2%Zn-2.3%Mg aluminum 50 

alloy, whose chemical compositions are given in Table 1.  51 

Table 1 Chemical compositions of Al-5.2%Zn-2.3%Mg aluminum alloy (mass,%) 52 

Elements Zn Mg Cu Fe Si Mn Zr Ti Al 

Mass % 5.2 2.3 2.3 0.15 0.12 0.1 0.12 0.06 Bal 

 53 

2.2 Thermal Analysis 54 

DSC thermal analysis is conducted in the EPM laboratory of Northeastern University with 55 

MDSCQ100 heat analyzer, samples are selected as a bulk sample of 5 mm side length cleaned with alcohol 56 

and acetone, respectively before the test, with pure aluminum as a reference. The heating rate is 10 / min, 57 

and the temperature range is selected between 300 ~ 550 . 58 

2.3 Homogenization treatment 59 

Annealing temperature was selected as 415  for 1h, and the plate was cooled to less than 200  60 

with a air furnace cooling rate of 30 / h and then air cooled to room temperature. 61 

2.4 Rolling 62 

The slab after homogenization at 450  is rolled from 40 mm at 470  to 10.4 mm (total 63 

deformation ratio of 79%), during which deformation ratio of 30%, 50%, 70% were achieved. After solid 64 

solution at 475  for 1h the slab was quenched immediately, and then it was cold-rolled to 2.8 mm sheet 65 

(deformation ratio of 73%)at room temperature for the subsequent experiments. 66 

2.5 Aging 67 

After rolling and solution, the alloy was subjected to aging treatment immediately, and aging 68 

treatment is divided into peak aging, two-step aging and RRA in this experiment. For peak aging the aging 69 

temperature was selected as 110 , 120  and 130  with aging time of 4h, 8h and 12h to determine the 70 

optimum aging temperature. Then the optimum temperature aging time was selected from 4h, 8h, 12h, 16h, 71 

20h and 24h at the optimum aging temperature. Two-step aging temperature and time range was selected as 72 

95 125  for 4h 10h in the first stage, 170 200  for 14h 20h in the second stage, as shown 73 

in Table 2. 74 

 75 

 76 

 77 

 78 

 79 
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Table 2 Selection of levels in two-step aging orthogonal design 80 

Level First two-step 

aging 

temperature/  

First two-step 

aging time/h 

Second two-step 

aging temperature 

/  

Second two-step 

aging time /h 

1 95 4 170 14 

2 105 6 180 16 

3 115 8 190 18 

4 125 10 200 20 

 81 

According to the experimental features of both peak aging parameters and RRA treatment, the second 82 

aging temperature was selected as 170  and 210 , and the aging time is 20min, 40min, 83 

60min,respectively. The specific RRA trial program is shown in Table 3. 84 

Table 3 Design of RRA tests 85 

No. 1st two-step 

aging 

temperature

/  

1st 

two-step 

aging 

time/h 

2nd 

two-step 

aging 

temperature

/  

2nd 

two-step 

aging 

time/min 

3rd two-step 

aging 

temperature/

 

3rd 

two-step 

aging 

time /h 

1 120 20 170 20 120 20 

2 120 20 170 40 120 20 

3 120 20 170 60 120 20 

4 120 20 210 20 120 20 

5 120 20 210 40 120 20 

6 120 20 210 60 120 20 

 86 

2.6 Hardness, conductivity test 87 

Hardness experiments were conducted using 430/450SVDTM Vickers hardness measurement 88 

instrument with a load of 49N for a dwell time of 15 s. FD102 digital eddy current conductivity meter with 89 

an accuracy of 0.1%IACS was applied in conductivity measurement. The tensile specimens were got 90 

parallel to the rolling direction. 91 

2.7 Microstructure observation 92 

OLYMPUS DP70 inverted metallurgical microscope is used to observe the microstructure of the alloy 93 

after different alloy. SSX-550 scanning electron microscope with a resolution of 3.5nm particles is applied 94 

for analyzing certain surface and elements in the dimples with supporting spectrum analyzer. 95 

3 Results and Discussion 96 

3.1Determination of solution temperature 97 

Differential scanning calorimetry curve (DSC curve) is a technique of measurement for the energy 98 

changes between the sample and the reference material with variation of temperature and time. The curve 99 

is based on the endothermic and exothermic phenomena accompanied by the physical and chemical 100 

changes occurred in the heating process. At the programe-controlled temperature, the function relationship 101 

of heat flow rate variation with temperatures was measured, which is commonly used to quantitatively 102 
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measure melting point and hot-melt. From Fig.1 we could find that the solution temperature is 480 (10  103 

lower than the melting point). 104 

 105 

                    106 

Fig.1 DSC curve of Al-5.2%Zn-2.3%Mg 107 

3.2Effect of homogenization on microstructure  108 

As can be seen in Fig.2, in the original state of microstructure there are many precipitates with uneven 109 

size, and the amount significantly reduced after homogenization, also the microstructure has been refined 110 

to a certain extent. This is due to the increase of solute atoms solubility in the matrix during the 111 

homogenization process, therefore, the precipitates continuously dissolve into the matrix, and the 112 

remaining precipitates diminish.  113 

   114 

Fig.2 Microstructure of alloys before and after homogenization 115 

(a)before homogenization, (b)after homogenization 116 

The same time, due to the diffusion of solute elements, the microstructure tends to be uniform, which 117 

is beneficial to the following uniform rolling process. From Fig.3(b), the precipitate is still not complete 118 

solid solution in the matrix, the solution treatment of the alloy after hot rolling is necessary. 119 

       120 

(a) (b) 
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Fig.3 Composition scanning of matrix after homogenization 121 

After homogenization, the matrix is also scanned, Fig.3 and Table 4 show the elements construction in 122 

the matrix, and the main solute elements are Zn and Mg. Combining phase characteristics, we could infer 123 

that the black precipitates is �(MgZn2) S(CuMgAl2) and T(AlZnMgCu). Binary crystal containing T 124 

(AlZnMgCu) and �(Al) form is porous-intensive, and T (AlZnMgCu) shows dark gray. Crystal S 125 

(CuMgAl2) and �(Al) of the formed is honeycomb. 126 

Table 4 Elements of composition after matrix’s scanning 127 

Element Mass(wt%) At(a%) 

Zn 6.44 2.76 

Mg 2.75 3.16 

Al 90.81 94.09 

3.2Effect of deformation on properties of alloy 128 

To study the deformation ratio on the properties of alloy performance, different reduction ratios were 129 

conducted and both hardness testing and microstructure observation were carried out. As shown in Table 5, 130 

after cold rolling the hardness of alloy increased apparently, especially to initial status. 131 

Table 5 Hardness of alloy before and after different deformation 132 

Treatment Initial 

status 

After 

homogenization 

30% 

cold-rolling 

50% 

cold-rolling 

70% 

cold-rolling 

Hardness(HV) 91.6 100.7 106.2 113.2 120.2 

As shown in Fig.4, microstructure contrast of alloy with different reduction ratios shows that with the 133 

increase of the deformation rate the grain sizes become smaller and their distribution is more uniform, also 134 

the precipitates in the grains increase.  135 

 136 

 137 

 138 

 139 

 140 

 141 

 142 

 143 

 144 

 145 

 146 

 147 

 148 

149 

 150 

 151 

 152 

Fig.4 Comparison of microstructure of alloys after different deformation ratio(a)without deformation, 153 

(b)30%, (c)50%, (d)70% 154 

(a) (b) 

(c) (d) 
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3.3 Peak aging 155 

Mechanical properties after peak aging test at 110 , 120 , 130  for 4h, 8h and 12h are shown in 156 

Table 6. Variations of properties appear at three different aging temperatures. Mechanical properties of 157 

alloy aged at 120  is better than 110  and 130 . Therefore, peak aging temperature of alloy is settled 158 

as 120 . 159 

Table 6 Mechanical properties of alloy at different peak aging temperature 160 

 161 

 162 

 163 

 164 

Mechanical properties of alloy with different aging time at 120  are shown in Table 7. The tensile 165 

strength and yield strength fluctuate with the rise of peak aging time, and arriving at peak value after aging 166 

for 20h and medium in elongation, but highest in conductivity. As discussed above, the optimum peak 167 

aging parameters are settled as 120  for 20 h. 168 

Table 7 Mechanical properties of alloy aged at 120  for different aging time 169 

Peak aging time 

/h 

Tensile strength 

/MPa 

Yield strength 

/MPa 

Elongation 

/% 

Hardness 

/HV 

Conductivity 

/ %IACS 

0 392.6 328.0 5.5 120.2 28.8 

4 432.7 387.5 7.7 125.6 30.0 

8 489.2 429.8 7.3 132.5 31.9 

12 508.7 441.2 6.2 136.8 33.4 

16 505.4 455.6 6.9 139.0 33.3 

20 546.1 483.3 7.2 160.7 34.8 

24 538.9 458.2 7.6 149.2 35.0 

 170 

Microstructure of alloy after peak aging was observed, as shown in Fig.5. Initial coarse grains in the 171 

alloy gradually refine and arrive at finest status after aging for 20h. As the aging time increased after peak 172 

aging time, the grain sizes grow further, the grains become coarse again, which also explains why the alloy 173 

reached the highest hardness value at the peak aging time of 20h. 174 

         175 
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    176 

 177 

    178 

 179 

    180 

 181 

Fig.5 Effects of different aging time on alloys’ microstructure at 120 (a)4h, (b)8h, (c)12h, (d)16h, (e)20h, 182 

(f)24h 183 

Aging hardening appears in aluminum alloy: as the aging temperature and aging time ascend, the 184 

alloy strength ascends gradually and declines after the peak aging process. Aging intensity variation is 185 

mainly caused by three factors: (1) solid solution strengthening; (2) substrate’s recovery and 186 

recrystallization; (3) new phase precipitation[13]. Both factors could make strength decrease as the aging 187 

time decreases, while the third factor makes the strength increase, but the strength will descend when the 188 

coherent relationship of precipitation phase and the parent phase is destroyed and the precipitated phases 189 

become coarse[14].  190 

3.4 Two-step aging test results 191 

After stage aged aluminum alloy performance test results with four influencing factors are shown in 192 

(c) (d) 

(e) (f) 

(a) (b) 
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Table 9. The maximum tensile strength is 558.7MPa, while the minimum is 449.7MPa, and the gap 193 

between them is 109 MPa, which signifies that the effect of different influencing factors on tensile strength 194 

is apparent. The yield strength and elongation also show such apparent influence. Different influencing 195 

factors have some effect on both hardness and conductivity. For conductivity, the maximum conductivity is 196 

37.2% IACS and the minimum is 26.8% IACS with a difference of 10.4% IACS. 197 

Table 9 Results of two-step aging orthogonal tests 198 

No. A B C D Tensile 

strength 

/MPa 

Yield 

strength 

/MPa 

Elongation 

/% 

Hardness 

/HV 

Conductivity 

/%IACS 

1 1 1 1 1 527.8 470.4 9.1 155.8 26.8 

2 1 2 2 2 532.6 481.7 7.9 163.9 27.5 

3 1 3 3 3 473.9 427.0 7.3 134.1 29.0 

4 1 4 4 4 456.3 418.7 8.9 133.4 32.3 

5 2 1 2 3 481.1 430.6 8.0 141.6 27.4 

6 2 2 1 4 558.7 473.9 11.3 166.3 26.3 

7 2 3 4 1 504.3 460.1 9.5 152.1 29.2 

8 2 4 3 2 500.6 459.2 8.5 149.9 29.3 

9 3 1 3 4 449.7 397.5 10.8 129.8 31.1 

10 3 2 4 3 492.2 455.3 8.3 146.0 31.7 

11 3 3 1 2 530.4 478.1 10.3 163.7 37.2 

12 3 4 2 1 537.4 476.0 10.4 166.2 29.3 

13 4 1 4 2 460.8 408.8 7.2 134.9 32.8 

14 4 2 3 1 535.7 472.2 9.1 165.3 30.5 

15 4 3 2 4 495.3 449.6 10.3 147.6 28.1 

16 4 4 1 3 541.2 485.1 8.1 168.2 29.9 

 199 

In this paper we use the consolidated balance multi-index method, range analysis of each indicator in 200 

turn, then finding a more satisfactory level combination. The effect of first two-step aging temperature on 201 

mechanical properties is significant[15]. There is some variation in tensile strength and yield strength, but 202 

elongation at 105  and 115  is relatively higher, the optimum first two-step aging temperature is 110 . 203 

6h or 8h is more appropriate for first two-step aging time to ensure better mechanical properties. Through 204 

range analysis, secondary aging temperature is extremely significant to mechanical properties among four 205 

influencing factors. Indicating that in the stabilization stage, the aging temperature is essential to 206 

mechanical properties. At 170  strength, elongation and hardness could be guaranteed, while at 180  207 

the alloy shows a worse conductivity. Therefore, 170  is chosen as optimum second two-step aging 208 

temperature. The alloy achieves optimum mechanical properties for second two-step aging time of 16h. 209 

Overall , optimum two-step aging process is 110 /7h + 170 /16h . 210 

Through verification by experiment: after two-step aging 110 /7h + 170 /16h, the alloy’s 211 

mechanical properties are as follows tensile strength 567.7MPa, yield strength 503.6MPa, elongation 212 

13.5%, the hardness 172.3HV, conductivity 39.6% IACS. The test results show that the orthogonal design 213 
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is reasonable and appropriate.  214 

3.5 RRA treatment 215 

While the second two-step aging temperature is selected at 170 , tensile strength and yield strength 216 

achieved the maximum value. Elongation reaches a good level after aging for 40min. A combination of 217 

comprehensive properties as follows could be achieved after the second stage of RRA is 170  / 40min, 218 

tensile strength 588.4MPa, yield strength 539.2MPa, elongation 15.6%, hardness 182.1HV, conductivity 219 

47.9% IACS. 220 

Table 10 Results of RRA tests 221 

No. Tensile strength 

/MPa 

Yield strength 

/MPa 

Elongation 

/% 

Hardness 

/HV 

Conductivity 

%IACS 

1 532.1 484.6 13.3 143.5 45.6 

2 588.4 539.2 15.6 182.1 47.9 

3 550.9 512.7 16.7 169.4 48.8 

4 491.0 455.8 14.9 123.8 43.2 

5 534.7 491.5 17.1 142.0 44.0 

6 519.3 468.1 15.4 147.6 45.1 

4 Conclusions 222 

In this paper rolling processing and aging heat treatment of Al-5.2%Zn-2.3%Mg aluminum alloy were 223 

carried out. Through comparison of microstructures and mechanical properties, effect of deformation and 224 

aging process on alloys was analyzed. Orthogonal experiment was applied in analyzing mechanical and 225 

electrical properties, and aging process at certain deformation treatment of alloy was settled, which 226 

provides reference for various applications of alloy for future industry. The conclusions are as follows: 227 

(1) Deformation scheme and pre-heat treatment of Al-5.2%Zn-2.3%Mg aluminum alloy is chosen, 228 

homogenizing annealing at 415  for 1h, cooling to 200  in furnace at a cooling rate of less than 30 / 229 

h and then cooling to room temperature to make alloy fully annealed. Solid solution temperature of 230 

Al-5.2%Zn-2.3%Mg aluminum alloy is 480 . Feasible rolling process is that the alloy is hot-rolled at 231 

470  from 40mm to 10.4mm, and then immediately solid solution at 475  for 1h, then cold-rolled to 232 

2.8 mm sheet at room temperature. 233 

(2) After tested deformation, the optimum peak aging process of Al-5.2%Zn-2.3%Mg aluminum alloy 234 

is determined: 120 /20h. Properties are as follows after above peak aging process: tensile strength 235 

546.1MPa, yield strength 483.3MPa, elongation 7.2%, hardness 160.7HV, conductivity 34.8% IACS. 236 

Optimum strength with low elongation was obtained after peak aging treatment.  237 

(3) After tested deformation, the optimum two-step aging process of Al-5.2%Zn-2.3%Mg aluminum 238 

alloy is determined: 110 /7h+170 /16h. Properties are as follows after above two-step aging process: 239 

tensile strength 567.7MPa, yield strength 503.6MPa, elongation 13.5%, hardness 172.3HV, conductivity 240 

39.6% IACS. Both strength and elongation are improved after two-step aging. 241 

(4) After tested deformation, the optimum RRA process of Al-5.2%Zn-2.3%Mg aluminum alloy is 242 

determined: 120 /20h+170 /40min+120 /20h, Properties are as follows after above two-step aging 243 

process: tensile strength 588.4MPa, yield strength 539.2MPa, elongation 15.6%, hardness 182.1HV, 244 

conductivity 47.9% IACS. Both mechanical properties and conductivity were enhanced after RRA 245 

treatment.  246 
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