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ABSTRACT 6 

In this study, the thermodynamic parameters and adsorption kinetic of 7 

catalase onto diatomite were investigated in aqueous solution for determining the 8 

effect of contact time, stirring speed, and initial enzyme concentration, initial 9 

concentration of sodium phosphate buffer, temperature and pH. Maximum 10 

adsorption capacity values (qm) showed a great dependence on pH. It was found 11 

that qm–pH curves reached a maximum at around isoelectric point (iep) of catalase 12 

enzyme. The pH values where the maximum adsorbed mass occurred might be 13 

considered as the conditions where electrostatic attraction is the most favourable. 14 

Both structural and electrostatic effects must be invoked to explain the diminution of 15 

adsorbed catalase enzyme on either side of the iep. Also characterization of 16 

diatomite and catalase adsorbed diatomite were performed by SEM, FTIR-ATR, TGA 17 

and BET aparatus. Three different kinetic models, pseudo-first-order, pseudo-18 

second-order and intraparticle diffusion were used to fit the kinetics data. The 19 

pseudo-second-order model best described the experimental data. The 20 

thermodynamic activation parameters, such as enthalpy, entropy, Gibbs free energy 21 

and activation energy were determined. The obtained results confirmed the 22 

applicability of diatomite as an efficient adsorbent for catalase. 23 
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1. Introduction 26 

Enzymes have been immobilized by three methods: physical adsorption, 27 

covalent attachment and involvement [1]. The adsorption consists of the union 28 

between the enzyme and the inert support through non-specific physicochemical 29 

interactions, Van der Waals forces, hydrophobic and ionic interactions, and have 30 

shown good cost-effective with regard to efficiency and cost of the immobilization 31 

procedure, because it has simple methodology [2]. Enzymes are often immobilized 32 

onto solid support or various materials. Immobilized enzymes can be used in the 33 

process requiring mechanical strength, microbial resistance, thermostability, 34 

chemical durability, chemical functionality, low cost, hydrophilicity, regenerability and 35 

high capacity of enzyme [3]. Enzyme immobilization offers advantages over free 36 

enzymes in choice of batch or continuous processes, rapid termination of reactions, 37 

controlled product formation, ease of enzyme removal from the reaction mixture and 38 

adaptability to various engineering designs [4, 5]. In the immobilization techniques 39 

adsorption have a higher commercial potential than the other methods, because 40 

adsorption is simpler and less expensive and a high catalytic activity can be retained. 41 

Adsorption method also offers the reusability of expensive supports after inactivation 42 

of immobilized enzyme [6-9]. Some materials such as porous glass, silica gels and 43 

cellulose are used for preparation of immobilized enzymes [10, 11]. Catalase is an 44 

enzyme containing metaloenzyme and is regarded as one of the most common 45 

enzymes in plant and animal tissues. Immobilition of catalase has useful applications 46 

in some industrial fields in removal of hydrogen peroxide used as oxidizing material 47 

[12]. Catalase can be obtained from various organisms and tissues, such as fungal 48 

or mamalian sources [13]. The immobilization of catalase is very important for both 49 

economical and yielded usage of the enzyme. Many researchers have are also 50 
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adsorption of catalase on various other supports [14]. Diatomite is a siliceous 51 

sedimentary rock composed of an amorphous form of silica (SiO2. nH2O) containing 52 

a small amount of microcrystalline material. It has a unique combination of physical 53 

and chemical properties such as high porosity, high permeability, small particle size, 54 

large surface area and low thermal conductivity. In addition, it is available in Turkey 55 

and in various locations around the world [15, 16]. Diatomite in its natural state is a 56 

soft rocklike material consisting esentially of the skeletal remains of a variety of 57 

singlecelled microscopic plants known as diatoms. They are generally amorphous, 58 

hydrated or opaline silica, SiO2 x n.H2O, with various amounts of impurities such as 59 

silica sand, clay minerals, metal salts and organic matter. Diatomite is a low-cost, 60 

environment-friendly and natural micro/nanostructured material derived from 61 

sedimentary silica, and has cylindrical and plate morphologies with well-developed 62 

mesoporous/macroporous structures [17].  63 

 64 

The aim of this study was to determine the adsorption kinetics of catalase 65 

enzyme on diatomite over a range of physicochemical conditions, which is important 66 

to indentify various natural environmental systems. Samples of diatomite were 67 

characterized by SEM, FTIR-ATR, TGA and BET aparatus. A number of 68 

experimental parameters in this study are considered, including the effect of stirring 69 

speed, initial catalase enzyme concentration, ionic strength, pH and solution 70 

temperatures. Adsorption of enzyme was tested in batch and their kinetic parameters 71 

were determined. The thermodynamic activation parameters of the process, such as 72 

activation energy, entropy, enthalpy and the Gibbs free energy, also determined. 73 

2. Materials and methods 74 

2.1 Materials 75 
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Catalase (CAT) (hydrogen peroxide oxidoreductase; EC.1.11.1.6), from 76 

bovine liver (250.000 U mg-1), was obtained from Sigma (St.Louis, MO, USA). In this 77 

research, sample of diatomite was obtained from the Aegean Region of Turkey and 78 

some analyzes were performed for its characterization. The specific surface area of 79 

diatomite was measured by BET N2 adsorption by Micromeritics FlowSorb ll-2300 80 

equipment. The BET surface and pore volumes were calculated from the N2 81 

adsorption isotherms. The morphologies of diatomite samples were observed in 82 

scanning electron microscopy (SEM) of Hitachi. Fourier transform infrared (FT-IR) 83 

spectra were recorded on a Perkin Elmer FTIR spectrometer using ATR device. The 84 

Thermo-Gravimetric (TG) analysis was obtained simultaneously using a Perkin 85 

Elmer instrument. All the chemicals were of analytical grade and were used without 86 

any further purification. The elemental analyzes of diatomite and catalase used in 87 

this work are shown in Table 1. Results containing some physicochemical properties 88 

of diatomite were given in Table 2. 89 

2.2 Experimental procedure  90 

Adsorption kinetic experiments were carried out using mechanic stirrer. All of 91 

the catalase enzyme solution was prepared with ultra pure water. Kinetic 92 

experiments were carried out by agitating 1000 mL of enzyme solution of initial 93 

concentration 0.20 mg/mL, 5.0x10-2 mol L-1 in buffer solution (phosphate buffer) with 94 

enzyme of diatomite at a constant agitation speed of 700 rpm, 298 K and pH 7. 95 

Agitation was done for 120 min, which is more sufficient than time to reach 96 

equilibrium at a constant agitation speed of 700rpm. Preliminary experiments had 97 

shown the effect of the separation time on the adsorbed amount of enzyme. The 98 

initial tested concentration of enzyme solution was 0.10 mg/mL, 0.20 mg/mL and 99 

0.25 mg/mL. The effect of pH on diatomite of catalase was analysed in the pH range 100 
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from 5.5 to 9. The pH was adjusted using 0.05 N NaOH and 0.05 N HCI solutions by 101 

using an Orion 920A pH-meter with a combined pH electrode. The effect of 102 

phosphate ion concentrations was investigated at 0.01 – 0.075 M sodium phosphate 103 

concentrations. The effect of temperature at experiments were carried out at 288, 104 

298, 309.5 and 318 K in a constant temperature bath. Samples of four milliliter were 105 

drawn at suitable time intervals. The samples were then centrifuged for 5 min. at 106 

3.000 rpm and the left out concentration in the supernatant solution was analysed 107 

using UV-Vis spectrophotometer (Cary 1E UV-Vis spectrophotometer, Varian) by 108 

monitoring the absorbance changes at a wave length of maximum absorbance. Each 109 

experimental run continued until no significant change in the enzyme concentration 110 

was measured. The adsorbed amount of enzyme at any time t, qt, was calculated 111 

from the mass balance (Eq. (1)) [18]. 112 

                                                113 

(1) 114 

where Co and Ct (mg mL-1) are the initial and liquid- phase concentrations of enzyme 115 

solution at any time t (min), respectively; qt (mg g-1) is the amount of enzyme 116 

adsorbed per unit mass of diatomite at time t (min), V is the volume of the adsorption 117 

(mL), and m is the mass of the diatomite in the solution (g) [18]. 118 

3. Results and discussion 119 

3.1 Effect of contact and equilibrium times and initial enzyme 120 

concentration 121 

The adsorption of catalase onto diatomite at different initial concentrations and 122 

stirring speed of 700 rpm was studied as a function of contact time in order to 123 

determine the equilibrium time. Measuring the concentration of catalase in solution at 124 

different incubation times generated in a time course of the adsorption. Fig.1. shows 125 
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the plot of amount of enzyme adsorbed vs. time at different initial enzyme 126 

concentrations. According to Fig. 1, the time required to reach a stationary 127 

concentration is about 1 h. From the figure, it was observed that the amount of 128 

enzyme  adsorbed gets increased from  0.069 to  0.098 mg g-1  for  an  increase in 129 

initial enzyme  concentration from 0.10 mg/mL  to  0.25 mg/mL. 130 

3.2 Analyzes of Fourier Transform Infrared Specrtoscopy (FTIR) and 131 

Scanning Electron Microscope (SEM) images  132 

From the derived FTIR spectra of representative samples (Figure 2a1, b1 and c1), we 133 

inferred the following results: 134 

• As seen in Figure 2(a1), spectrum of diatomite, the band at ∼1635 cm−1 is due to OH 135 

bending vibrations of adsorbed water in sheet silicate minerals. The ∼ 1038 cm−1 136 

band arises from the Si-O-Si vibration. The ∼792 cm−1 band occurs because of the 137 

OH translational vibration [19] 138 

• From Figure 2(b1), FT-IR spectrum result of catalase showed strong peaks at 139 

1620–1680 cm-1, 1480–1580 cm-1, and 1225–1300 cm-1 mainly 140 

associated with amide-I (C=O stretching), amide-II (N–H bending vibration and C–N 141 

stretching vibration) and amide III stretching vibration bands, respectively [20, 21]. 142 

• As shown in Figure 2(c1), FTIR spectrum obtained for catalase adsorbed on 143 

diatomite show the peaks of the amide I band at about 1657 cm-1 and amide II band 144 

at about 1525 cm-1, which are typical of biomolecules [20]. 145 

As can be seen clearly in Figures 2a, b and c, the surface of diatomite and 146 

enzyme adsorbed diatomite show time-dependent morphological changes. 147 

According to the figure, surface morphology of the catalase adsorbed diatomite 148 

changed completely after 120 min. It can be concluded that the images are 149 

consistent with experimental data and FTIR spectra. 150 
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3.3 Effect of solution pH 151 

The variation in the adsorption rate of catalase with respect to the pH can be 152 

elucidated by considering the surface charge of the adsorbent materials. From the 153 

Fig. 3, it was observed that the solution pH affected the amount of enzyme 154 

adsorbed. The figure 3 demonstrates that the adsorption decreases with the 155 

increasing of pH. When the net charge is zero at the isoelectric point in which 156 

enzymes or proteins has a very stable structure. But these structures will start to 157 

decompose stable values below or above the isoelectric point [22]. In this case, the 158 

amount of adsorption is effected. It was stated that the amount of positive charge in 159 

the molecule at pH values above the isoelectric point of the biomolecule is less than 160 

the amount of negative charge [23].  161 

Therefore, biomolecules such as catalase are negatively charged at pH 162 

values above and the positively charged at pH values below the isoelectric point. 163 

When the pH values of the catalase solution is below the isoelectric point due to the 164 

reduction in the negative charge, the number of positive charges on the surface of 165 

diatomite increases. In this case, biomolecules of the positive charge excess causes 166 

much more difficult to approach in terms of electrostatics. The same is the catalase 167 

enzyme which biomolecules have negative charges increases at pH values above 168 

the isoelectric point leads to an increase in negative charge in the surface of 169 

diatomite as it. Demirbaş .Ö et al stated this situation in a nice way (Figure 4) [24]. 170 

3.4 Effect of phosphate concentration 171 

The presence of ionic solution had significantly influenced the adsorption rate 172 

of catalase. As seen in Fig.5, the adsorption was found to decrease with increaseing 173 

concentration of sodium phosphate salts. Adsorption medium added presence of 174 

sodium phosphate salts causes two opposite effects in the first case while improving 175 
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the separation of the catalase enzyme molecule with diatomite added to the sodium 176 

phosphate salt solution medium. On the other hand sodium phosphate salt, entering 177 

between catalase with diatomite leads to decrease electrostatic interaction. The 178 

decrease in the adsorption capacity of the adsorption process second of these two 179 

processes can be said that higher dominant effect. The same situation is observed in 180 

the interaction of dyes and some biomolecules with kaolinite clay surface [25-28]. 181 

3.5 Effect of temperature  182 

Figure 6 shows the adsorption kinetics of catalase at 288, 298, 309.5 and 183 

318K by plotting its uptake capacity, qt, vs. time at the initial enzyme concentration of 184 

0.20 mg/mL and pH 7. The speed of any reaction catalased by enzymes heat 185 

generally increases until the optimum value. The temperature increase also 186 

increases the molecular kinetic energy and movement. This increases interference in 187 

the active site of catalase and the surface of diatomite. From the Figure 6, the 188 

maximum adsorption between the diatomite with the catalase were observed at 189 

309.5 K (36.5ºC). Three-dimensional structure of the enzyme at points above this 190 

temperature begins to deteriorate and lose their activity. In this case it affects the 191 

adsorption between the diatomite clay with the enzyme negatively. In parallel with 192 

this work, Vecchia, R.D. et al found that immobilized from different sources have 193 

been found to be the optimum temperature 37°C [27], and Alkan, S. et al, maximum 194 

adsorption between montmorillonite clay with catalase were obtained at 35°C [29]. In 195 

another study Çetinus, S. et al, catalase enzyme showed maximum activity at 35°C 196 

and it was decreased activity at temperatures above this temperature [30]. 197 

3.6 Thermal Gravimetric Analyzes 198 
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As seen in Figure 7, the thermal gravimetric analyzes of diatomite, catalase 199 

and catalase adsorbed diatomite were measured by thermal gravimetric analyser 200 

(TGA). From the TG curves of a representative sample (Figure 7), we conclude that: 201 

• In the temperature range from 25°C to 105°C, the weight loss due to absorbed water 202 

are 6.7% for diatomite (Figure 7a), 11.5% for catalase (Figure 7b) and 6.8% for 203 

catalase adsorbed diatomite (Figure 7c).  204 

• As shown in Figure 7a, the second dehydration step observed in the temperature 205 

range 105-300°C, corresponds to the release of water molecules, which were in the 206 

interlayer space of sample [19]. In the temperature range from 400°C to 500°C, the 207 

rapid weight loss (2.26%) is documented by the steep slope of the TG curve. This is 208 

attributed to the dehydroxylation of the sample. 209 

• It can be observed from the profiles of the TG curves, both catalase and catalase 210 

adsorbed diatomite are practically similar. As illustrated in Fig.7b and c curves, there 211 

are two weight loss stages at room temperature −200 oC and 200 – 500 oC, 212 

respectively. For the catalase and catalase adsorbed diatomite, the first stage is 213 

attributed to the structural water; the second stage is assigned to the decomposition 214 

of catalase [31]. Therefore, by comparing TGA scans of catalase adsorbed diatomite 215 

with diatomite, the extra weight loss of catalase adsorbed diatomite should be 216 

attributed to the decomposition of adsorbed catalase, and thus the loading ratio of 217 

catalase can be calculated. 218 

3.7 Adsorption kinetics 219 

In order to examine the controlling mechanism of adsorption process, several 220 

kinetic models were used to test the experimental data. From a system design 221 

viewpoint, a lumped analysis of adsorption rates is thus sufficient for practical 222 

operation. 223 
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3.7.1 Pseudo-first and second order models 224 

The pseudo first-order equation is generally expressed as follows [32]: 225 

                               226 

(2) 227 

        If the rate of the adsorption is a second - order mechanism, the pseudo – 228 

second -oreder equation is expressed by Eq. (3) [33]: 229 

                                                                                        230 

(3) 231 

where qe and qt (mg g-1) are the amount of adsorbed enzyme at equilibrium and any 232 

time t, respectively, and k1 is the rate constant of pseudo - first- order adsorption 233 

(min-1). k2 is the pseudo-second order rate constant (g mg-1 min-1). The fitting results 234 

are given in Table 3. 235 

The half - adsorption time of the enzyme, t1/2, is expressed by Eq.  (4): 236 

                                                                                               (4) 237 

The initial adsorption rate, h (min g-1 min-1), is expressed by Eq. (5): 238 

                                                                                                         (5) 239 

 240 

The adsorption rate constant k1 and qe were calculated from the plot of  241 

against t and are not presented in Table 3 because the R2 values are not very high, 242 

and is between 0.79 and 0.98. 243 

The values of qe and k2 were estimated from the slope and intercept of plots of t/qt vs 244 

t and the corresponding results are also presented in Table 3. The correlation 245 

coefficients are much greater in this case, and are in the range of 0.98-0.99, 246 
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confirming a very good agreement with experimental data. As shown in Table 3, 247 

experimental data can be explained by pseudo - second - order kinetic equations. 248 

3.7.2 Intra-particle diffusion and mass transfer models 249 

The initial rate of the intraparticle diffusion is calculated by the following Eq. 250 

(6) [23]: 251 

                                                                                                    (6) 252 

where kint is the intraparticle diffusion rate constant (mg (g min-1/2)-1 and is given in 253 

Table 4. The intraparticle diffusion coefficient for the adsorption of catalase was 254 

calculated from the slope of the plot of square root of time (min1/2) vs. amount of 255 

enzyme adsorbed (mg g-1). Previous studies by various researchers showed that the 256 

plot between qt and t1/2 represent multi-linearity, which characterizes the two or more 257 

steps involved in adsorption process [33, 34]. Fig. 8 shows the plot between qt and 258 

t1/2 for catalase onto diatomite particles. From Fig.8 (other figures not shown), it can 259 

be seen that the adsorption process tends to be followed by two phases. It was 260 

found that the initial linear portion ended with a smooth curve followed by second 261 

linear portion. The two phases in the intraparticle diffusion plot suggest that the 262 

adsorption process proceds by first surface adsorption, and then intraparticle 263 

diffusion. The initial curved portion of the plot indicates boundary layer effect while 264 

the second linear portion is due to intraparticle or pore diffusion. The calculated 265 

intraparticle diffusion coefficient values, kint,1 and kint,2 at different conditions are 266 

shown in Table 4. Since kint,1  values  for  the first  part of the plot  are high, this step 267 

is not  a rate - limiting  step. The slope of the second linear portion of the plot has 268 

been defined as the intraparticle diffusion parameter kint,2 (mg / (g min1/2)) [35]. 269 

For mass transfer, a linear graphical relation between ln[(Ct/Co)-1(1 + mK)]  vs. t was 270 

not obtained (equation from [23]). This result indicates that the model mentioned 271 
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above for the system is not valid. The values of regression coefficient calculated 272 

from the equation mentioned above are given in Table 4. 273 

3.8 Thermodynamic parameters 274 

The second – order rate constants are used to estimate the activation energy 275 

of the catalase adsorption onto diatomite using Arrhenius Eq. (7) 276 

                                    (9) 277 

where;  is the activation energy (J mol-1),  is the rate constant of adsorption 278 

(gmg-1s-1),  is the Arrhenius factor, which is the temperature - independent factor (g 279 

mg-1s-1),  is the gas constant (8.314 J K-1 mol-1) and  is the solution temperature 280 

(K). The slope of the plot of lnk2 vs. 1/T is used to evaluate Ea, which was found to 281 

be 4.54 kJmol-1 physisorption (from Fig. 9).  Low activation energies (<40 kJmol-1) 282 

are characteristics for physisorption, while higher activation energies (40-800 kJmol-283 

1) suggest chemisorption [36]. Therefore, the thermodynamic activation parameters 284 

of the prosess, such as standart enthalpy ( ), entropy ( ) and Gibbs free 285 

energy ( ) were determined using the Eq. (10) and (11) [36, 37]. Values of 286 

the , ,  and  obtained from Eqs. (9) - (11) are listed in Table 5. 287 

 288 

                                                                 289 

(10) 290 

 291 

          (11) 292 

 293 

UNDER PEER REVIEW



13 

 

where  is the Boltzmann constant (1.3807x10-23 JK-1), h is the Planck constant 294 

(6.6261x10-34 J s)  and  is the ideal gas constant (8.314 Jmol-1K-1). Fig. 10 shows 295 

the plot of  against . The value of the standard enthalpy change (  = 296 

2.03 kJmol-1) inticates that the adsorption is physical in nature involving weak forces 297 

of attraction and is also endothermic. At the same time, the low value of  implies 298 

that there was loose bonding between the adsorbate molecules and the adsorbent 299 

surface [34]. The negative standart entropy change ( ) value (-235.58 JK-1mol-1) 300 

corresponds to a decrease in the degree of the adsorbed species. The negative 301 

values of  for catalase at various temperatures represent that the adsorption 302 

process is spontaneous and thermodynamically favorable. 303 

 304 

  4. Conclusions 305 

The present study shows that diatomite can be used as an adsorbent for the 306 

catalase from its aqueous solutions. The amount of enzyme uptake was found to 307 

increase with increase in contact time, initial enzyme concentration and 308 

concentration of phosphate buffer and found to decrease with increase in pH and as 309 

indicated in Figure 6 the highest adsorption takes place at 309.5 K (36.5 ºC). In order 310 

to investigate the mechanism of adsorption, pseudo-first- and second-order kinetic 311 

equations, and intraparticle diffusion model have been used to test the experimental 312 

data. The rate constants and the related correlation coefficients were determined in 313 

order to assess which model provides the best-fit predicted data with experimental 314 

results. Pseudo-second-order kinetic equation provided the best-fit to experimental 315 

data. The enzyme uptake process was found to be controlled by intraparticle 316 

diffusion. The negative value of the standart Gibbs energy change of the adsorption 317 
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indicates that the adsorption is spontaneous.  The positive value of the standart 318 

enthalpy change of the adsorption shows that the adsorption is an endothermic 319 

process. Consequently, experimental data obtained from this investigation reveal 320 

that physical adsorption is suitable for the attachment of enzyme into diatomite clay 321 

as support. Diatomite has a high potential to adsorb these enzyme from aqueous 322 

solutions. Therefore, it can be effectively used as an adsorbent for the adsorption of 323 

this enzyme. 324 
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Tables 382 

Table 1. Elemental compositions of diatomite and catalase 383 

 384 

Diatomite  Catalase 

Constituent  Percentage present (%)  Constituent  Percentage present (%) 

Si  48.40  O  46.5 

O  36.80  C  34.1 

Al  9.90  S  4.8 

Mg  1.40  K  1.5 

Fe  2.20  Na  0.9 

K  0.70  Others  0.6 

Ca  0.60     

 385 

 386 

 387 
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Table 2. Some physicochemical properties of diatomite used in this study 388 

Particle size 0 - 105 µm 

Colour White 

pH    7.63 

Specific surface area (Single point) 165.7 m2 g-1 

Specific surface area (Multi point) 167.2 m2 g-1 

Total pore volume  0.524 cc g-1 

 389 
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Table 3. Parameters of pseudo-first order and pseudo-second order for the adsorption of various parameters of catalase on 390 

diatomite. 391 

    Kinetic models 

Parameters  

Pseudo 

–first  

order  Pseudo-second order 

T/K 

Initial enzyme 

concentration 

(g L-1) 

pH 

Phosphate 

ion conc. 

(molL-1) 

   

qe 

(calculated) 

(mg g-1)              

qe(exp.) 

(mg g-1) 

k2 

(gmg-1s-1) 

   
h 

(mg min-1g-1) 

t1/2 

(min) 

288.0 2.00 7.0 0.050  0.791  0.073 0.077 1.292 0.998 0.099 10.060 

298.0 2.00 7.0 0.050  0.962  0.085 0.088 1.312 0.997 0.115 8.665 

309.5 2.00 7.0 0.050  0.955  0.110 0.113 1.426 0.996 0.161 6.207 

318.0 2.00 7.0 0.050  0.974  0.099 0.103 1.548 0.999 0.159 6.273 

298.0 1.00 7.0 0.050  0.986  0.069 0.071 2.213 0.998 0.157 6.363 

298.0 2.00 7.0 0.050  0.968  0.085 0.086 1.975 0.998 0.169 5.885 

298.0 3.00 7.0 0.050  0.971  0.098 0.098 1.521 0.997 0.149 6.708 

298.0 2.00 5.5 0.050  0.982  0.170 0.172 0.633 0.988 0.109 9.177 

298.0 2.00 7.0 0.050  0.967  0.085 0.086 1.975 0.996 0.169 5.885 

298.0 2.00 9.0 0.050  0.922  0.061 0.061 2.606 0.995 0.159 6.289 

298.0 2.00 7.0 0.075  0.916  0.048 0.048 4.022 0.996 0.193 5.179 

298.0 2.00 7.0 0.050  0.962  0.085 0.086 1.975 0.994 0.169 5.885 

298.0 2.00 7.0 0.001  0.901  0.098 0.102 1.286 0.998 0.131 7.620 
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Table 4. Parameters of mass transfer and intra – particle diffusion for the adsorption of various parameters of catalase on 393 

diatomite. 394 

    Mechanism of adsorption 

Parameters  
Mass  

transfer  Intra – particle diffusion 

T / K 

Initial enzyme 

concentration 

(g L-1) 

pH 

Phosphate 

ion conc.  

(molL-1) 

    
(mg g-1min-1/2) 

    
(mg g-1min-1/2) 

   

288.0 2.00 7.0 0.050  0.752  0.596 0.987 0.261 0.988 

298.0 2.00 7.0 0.050  0.735  0.758 0.966 0.272 0.989 

309.5 2.00 7.0 0.050  0.724  0.792 0.969 0.365 0.985 

318.0 2.00 7.0 0.050  0.696  1.114 0.995 0.381 0.934 

298.0 1.00 7.0 0.050  0.738  0.587 0.978 0.22 0.949 

298.0 2.00 7.0 0.050  0.732  0.758 0.978 0.272 0.985 

298.0 3.00 7.0 0.050  0.754  0.661 0.979 0.272 0.988 

298.0 2.00 5.5 0.050  0.815  1.265 0.985 0.691 0.959 

298.0 2.00 7.0 0.050  0.736  0.758 0.966 0.272 0.985 

298.0 2.00 9.0 0.050  0.844  0.363 0.996 0.231 0.995 

298.0 2.00 7.0 0.075  0.612  0.647 0.978 0.14 0.978 

298.0 2.00 7.0 0.050  0.738  0.758 0.965 0.272 0.987 

298.0 2.00 7.0 0.001  0.786  0.893 0.987 0.427 0.988 
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Table 5. Thermodynamic properties for adsorption of catalase onto diatomite   396 

 
 

 

 

 

 

 

 

 

288.0 -69.88 

2.03 - 235.58 4.54 
298.0 -72.23 

309.5 -74.94 

318.0 -76.94 

 397 

Figures 398 

 399 

 400 

Fig. 1. The effect of initial enzyme concentration to the adsorption rate of catalase on 401 

diatomite 402 

 403 

 404 

 405 

 406 
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 407 

 408 

Fig. 2. SEM microphotographs and FT-IR spectra of (a, a1) diatomite (b, b1) catalase 409 

and (c, c1) catalase adsorbed diatomite after 120 min. 410 

 411 
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 414 

 415 

 416 

Fig.3. The effect of solution of pH to the adsorption rate of catalase onto diatomite. 417 

 418 

 Fig.4. Effect on the diatomite surface at different pH medium of the catalase  419 
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 420 

Fig. 5. The effect of concentration of phosphate ions in the solution to the adsorption 421 

rate of catalase onto diatomite. 422 

  423 

 424 
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Fig.6. The effect of temperature to the adsorption rate of catalase onto diatomite. 425 

      Fig.7. Thermal gravimetric analyzes of (a) diatomite (b) catalase and (c) catalase 426 

adsorbed diatomite. 427 

 428 

 429 

Fig.8. Intra-particle diffusion plots for different initial concentration of enzyme. 430 

 431 

 432 

Fig. 9. Arrhenius plot for the adsorption of catalase onto diatomite. 433 

 434 
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 435 

Fig. 10. Plot of ln(k2/T) vs. 1/T for the adsorption of catalase onto diatomite. 436 
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