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Journal Name:  

Manuscript Number:  

Title of the Manuscript:  Synthesis, characterization and swelling behaviour of guar gum-g-poly (methyl methacrylate) 
superabsorbent nanocomposite 
 

Type of  Article: 
 

 
 
 
  
PART 2:  

FINAL EVALUATOR’S comments on revised paper (if any) Authors’ response to final evaluator’s 
comments 

Scheme 1 should be in one page, instead of three pages, 
Figure numbers and units (Fig 4, 5, 6) should be rewritten in higher font, 
TGA curves should  be given in only one figure not three different figures, 

- Scheme 1 is reduced to one page. 
- Figure numbers and units is rewritten in 
higher font. 
- I have got TGA curves of guar gum, PMMA 
and GG-g-PMMA composite as separate 
curves only. It is not possible to provide one 
TGA curve combining all three curves in one. 

 


