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PART 1: Review Comments 
 
 Reviewer’s comment Author’s comment(if agreed with reviewer, correct the manuscript and 

highlight that part in the manuscript. It is mandatory that authors should write 
his/her feedback here) 

Compulsory REVISION comments 
 

-Throughout the manuscript the spelling of ‘utulized’ should be verified. 
-Grammatical errors should be corrected. 
-The manuscript should be re-written in an appealing manner. 
-Tappi T 220, ASTM E313, ASTM D1925, ASTM D2457, etc., should be listed in the 
‘References’. 
-Composition of Samples: C1 to C5, 5NaB1 to 5NaB5, etc., should be listed in Table 2 
as a Remark.  
- Line No. 161 to 177; Line No. 181 to 188 and Line No. 195 to 208: Interpretation and 
conclusion should be precise without any grammatical errors. 
 

- The spelling of ‘utulized’ have corrected as ‘utilized’. 
 
- Manuscript carefully revised and grammatical errors have corrected. 
 
-The manuscript carefully edited. 
 
-Tappi T 220, ASTM E313, ASTM D1925, ASTM D2457, etc., have already 
cited in text and  listed in the ‘References’. 
 
-Composition of Samples: C1 to C5, 5NaB1 to 5NaB5, etc., have 
explained in last paragraph of Martials and Methods section. 
 
- No comments 
 

Minor REVISION comments 
 

 
L. No. Read as Instead 

13 effect effects 
26 utilized were utulized 
31 Since the invention of paper Since paper invention  
35 preservation of those preservation those 
55 various type of  various type 
58 TMP abbreviation should be expanded at least once 
63 As mentioned As mention 
65 However, there is not much 

information available on 
However, there has not much information 

avalibale on 
77 ? that anorganic chemicals, have chosen to be 
92 50 sheets were 50 sheets 
98 ? grammage 

100 conditioned room Conditioned room conditions 
104 This These 
115 ? Directionality 
153 As a general conclusion 

from Table 3 
As a general conclusion, when examining to 

Table 3 
156 already been reported already reported 
210 

 
  

   

 
 
 
 
Thanks to reviewer, all these misspelling and grammatical errors have 
corrected in text. 
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