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PART 1: Review Comments

Reviewer’s comment

Author’s comment (if agreed with reviewer, correct the manuscript and
highlight that part in the manuscript. It is mandatory that authors should write
his/her feedback here)

Compulsory REVISION comments This manuscript gives the results of recycled fibers treatment by boron compounds
and its influence on strength properties of papers.

English stylistics and grammar is very poor, the text contains many errors. This fact
greatly limits the scientific value of the article. The shortcomings are marked in the
manusctipt.

In the introduction, knowledge basis is not actual. All cited literature sources are
very old and three references are coming from this century.

The manuscript has carefully edited for improving English language. Both
some grammatical and misspelling problems have been corrected. Thanks to
reviewer, | have corrected all suggested English language problems. The
following new literature cited and added to manuscript’s reference lists.

17. Tutus A, Ates S, Deniz I. 2010.Pulp and paper production from spruce
wood with kraft and modified kraft methods. African Journal of Biotechnology,
9(11):1648—-1654.

18. Tutus A, Cicekler M, Deniz i. 2012. Using of burnt red pine wood for pulp
and paper production, (Turkish, Abstract in English), KSU Journal of
Engineering Sci. (Special 1ssue):90-95. 13.

19. Tutus A, Cicekler M, Ayaz A. 2016. Evaluation of apricot (Prunus
armeniaca L.) wood on pulp and paper production, (Turkish, Abstract in
English), Turkish Journal of Forestry, 17(1):61-67.

20. Saragbasl, A., Sahin, H.T., Karademir, A. (2016). Effects of sodium
borohydride addition to kraft pulping process of some pine species, Journal of
Forestry Research, 2016/2, A: 134-143 (2016)

All these modifications have marked RED in text.

Minor REVISION comments

Optional/General comments
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