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Compulsory REVISION comments 
 

 
1. Abstract  portion of the manuscript is not written properly,  ( 1

st
 paragraph is not 

required at all). 2
nd

 paragraph should contain the main summary of the manuscript 

in 200 words. 

2. Introduction portion is very poor, seems has been written by immature hand. For 

enriching the introduction, some research papers on paper should add. 

 
Example 
 
A. J. Chen et al, Cellulose ( strength of the paper after pyrolysis based printing) 

B. Basak et al, Cellulose ( Strength of the paper after treating with banana 

pseudostem sap) 

C. Basak et al. , Journal of Chemical Technology and Biotechnology ( strength of 

the paper after treating with green coconut shell extract and boric acid) 

 
 

3. Tear strength of the paper after boron based treatment should be mentioned 

everywhere in the manuscript. 

4. Presence of boron compounds on the paper surface should be proved by EDX/ 

FTIR analysis. One surface morphology (SEM) analysis can also be added if 

possible. 

 

Minor REVISION comments 
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