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 Reviewer’s comment Author’s comment (if agreed with 

reviewer, correct the manuscript and 
highlight that part in the manuscript. 
It is mandatory that authors should 
write his/her feedback here) 

Compulsory REVISION 
comments 
 

The authors studied “Solenostemon monostachyus Leaf Extract as 
Eco-friendly Inhibitor of Aluminium Corrosion in Acidic Medium”.  
However; 

1. The conclusion reached by the authors is unreliable due to the 
absent of: 
-Electrochemical impedance spectroscopy data. 
-Electrochemical measurement 
-Potentiodynamic polarization  

     2.  Line 236: on what basis the authors make such statement while 
there is no SEM image recorded? 

3. What is the highest concentration at which constant 
percentage efficiency was observed? 

4. The manuscript suffers from poor language construction, 
grammatical inconsistencies and flow of words.   

 All Figures were of low quality. 
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