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After checking the revised manuscript, review comments and editorial 
comments, I kindly inform you that in my opinion the article can be 
accepted for publication in the Journal, but the below small mistake 
should be improved. 
 
 
1. Chemical composition included in Table 1 should be limited to basic 
elements, that is C, Mn, Si P, S, the rest of the mentioned elements should 
be treated as additions that have no influence on the properties of the 
examined steel. The unit should be added here as well. 
 
2. There is no purpose in presenting the commonly known formula No. 1 that 
is used for calculations of hardness determined with the Vickers method. 
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