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� Authors need to add the details about the 

specimen preparation for the 
experimentation and also for where the 
samples have been procured. 

� Authors should add specification of 
Rockwell Hardness tester. It was no where 
given that at what load the experiments 
were carried out. 
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heading as well s in manuscript. (In 
heading C16 is written whereas in 
manuscript AISI 1016 was written. Make it 
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