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PART 2:  

FINAL EVALUATOR’S comments on revised paper (if any) Authors’ response to final evaluator’s comments 

The authors have shown a progressive approach to improve the overall quality of the paper by 

incorporating some of the required major revisions. However, it is difficult to be entirely 

convinced to propose acceptance of the paper UNLESS further  major/minor revisions are 

considered as follows: 

MAJOR revisions: 

1. The title of the paper definitely NEEDS correction. As per the response of the 

authors, the work is expressing only the POSSIBILITY of synthesis of magnetic-

semiconductor composites without actually supporting the claim by experimental 

tests. Since the claim is based on theoretical assumption only, the present title of the 

paper cannot be accepted; the revised title should also substantiate the claim. 

2. The benefits of the present Fe doped CNT synthesis technique as being simple and 

low cost should be mentioned in the paper. 

3. The state-of-the-art techniques or competing synthesis techniques like co-

precipitation, thermo-solution, in-situ growth (CVD) need to be touched upon in the 

introduction section. 

4. No explanation from the authors in regard to TABLE 1 (as pointed out in red ink 

in the previous review) could be found in the revised manuscript. Please be 

advised to refer to my comments in the previous & revised manuscript and 

incorporate the crucial correction/revision. 

5. The FONT SIZE Of the DATA Labels in the diagrams MUST be increased to the 

benefit of the readers. Please refer to my notes in the draft. 

6. Some theoretical explanation/ scientific assumption or exp. evidence must be 

presented to possibly clarify the presence of spherical C-structure in the CNT yield as 

the authors claim it to be reproducible phenomenon. (No response from previous 

review) 

7. Minor revisions as pointed out in the previous review: Ok to negate for the 

present purpose of the paper. However, some insights about the choice of D.I water as 

the suspension medium over alcohol based solvents would be definitely helpful to 

respond to the “electrolysis of water” concern. 
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