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PART 2:  

FINAL EVALUATOR’S comments on revised paper (if any) Authors’ response to final evaluator’s comments 

The authors did not enough review the literature on the subject of ceramic membranes 

production and their properties. The aim, which the authors proposed in this study, was 

studying the properties of clays from various deposits for their application in the field of 

microfiltration membranes. For the reading audiences of the Journal it is not obvious why 

clays can be used for these purposes. It is necessary to clarify the details. 

It should be clear from the Introduction part, which characteristics are the main and 

important for materials (clays) to be used for membrane production. Obviously, these 

parameters are porosity, flexural strength, water and thermal stability, etc. Please, specify. 

Afterwards, the authors can verify if the clays studied meet these requirements or not. 

The authors are advised to referrer to an extended list of scientific journals focused on 

membrane technology for water treatment. 
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