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Reviewer’s comment

Author’s comment (if agreed with reviewer,
correct the manuscript and highlight that part in
the manuscript. It is mandatory that authors
should write his/her feedback here)

Compulsory REVISION comments

v W

The authors has used the terminology Austenitic
stainless steel, However, please note that all 300
series steels are austenitic steels. Please indicate
the exact specification.

Line 66, it was mentioned as butt wedding, it
should be butt welding.

What type of welding was done. Please indicate.
What is the standard using for tensile specimen.
For 3 factors, three levels, as per full factorial 27
experiments need to perform. However authors
had performed only 6 experiments. Explain?

Minor REVISION comments

Optional /General comments

The English language is very poor. Please check.
Authors are advised to align the chapters in a
proper fashion.
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