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Reviewer’s comment

Author’s comment (if agreed with reviewer,
correct the manuscript and highlight that part in
the manuscript. It is mandatory that authors
should write his/her feedback here)

Compulsory REVISION comments

What is the blocking layer in the DSSC?
What is the TiO; precursor?

Authors stated that “Better result was obtained using
our proposed method” Can the authors spell out their
method and that of Adenike et al (2013) precisely,
which I think may lead to improvement in efficiency
of DSSCs using natural dyes in the future.

Minor REVISION comments

Thickness measurement was obtained with a Dektac 150
surface profiler. Thickness of what?

Optional /General comments

I think EDX results not necessary
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