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Reviewer's comment

Author’s comment (if agreed with reviewer,
correct the manuscript and highlight that part in
the manuscript. It is mandatory that authors
should write his/her feedback here)

Compulsory REVISION comments .

Abstract needs to be slightly revised or re-written.
A single paragraph is all that is needed. The
abstract should not be broken down into separate
segments as in the original manuscript.

Minor REVISION comments >

The reference to Olutoge [7] in the Introduction
should be moved to preferably the 1% or 2™
paragraph of the Introduction. Leaving it at the
present location in the original manuscript is
slightly inappropriate, since Olutoge’s work [7]
dealt with saw dust and palm kernel shells, and not
iron fillings or similar material as such.

The physical properties of iron fillings shown in
Table 2 do not indicate whether these values are
BS 812-2 recommendations or whether they are
the author(s) findings. If the latter, the Author(s)
should give some indication in the text how these
values were arrived at.

BS 812-2 is referred to in Table 2 and referenced
as [11]. However in the References, BS 812-1 is
Reference [11]. The Author(s) should clear up this
anomaly.

In Table 3, the chemical composition of iron fillings
appear to be taken from the work of Mamza et al
[12]. Was the chemical composition of the iron
fillings used by the Author(s) same as that of
Mamza et al [12]. Were the iron fillings from the
same basic source?
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» It would be nice to insert a photograph or figure in
the text showing a sample or a batch of the iron
fillings used in the present study.

Optional/General comments

+« In general, the manuscript is well written and the
grammar is quite satisfactory.
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