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PART 1:    

Journal Name: British Journal of Applied Science & Technology 

Manuscript Number: 2014_BJAST_10745 

Title of the Manuscript:  
Effect of pulp blending on the strength properties of paper from kenaf bark and corn husk 

 

 

 

  

PART 2:  

FINAL EVALUATOR’S comments on revised paper (if any) Authors’ response to final evaluator’s comments 

Line 55. Replace Litre by L 

Line 60 Hydrogen by hydrogen 

The strength properties are influence by the degree of the delignification 

of the pulps. Please present final values of kappa number (residual lignin) 

and viscosity for the pulps. 

 Improve the discussion of the results with more references. Compare and 

put values of different species. 

- Units have been Corrected 

- Kappa number of the pulps have been provided 

- Facility for the determination of viscosity is presently 

unavailable. Subsequent study would consider how the pulp 

viscosity affects paper properties. 

- Discussion have been checked and expanded. 

- Thanks 

 


