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SDI FINAL EVALUATION FORM 1.1

PART 1:
Journal Name: British Journal of Applied Science & Technology
Manuscript Number: 2014_BJAST 10745

Title of the Manuscript:
Effect of pulp blending on the strength properties of paper from kenaf bark and corn husk

PART 2:

FINAL EVALUATOR'’S comments on revised paper (if any) Authors’ response to final evaluator’'s comments

For better papermaker information it should be preferred the Units have been adjusted to standard formats. Tensile and tear index
standard units. Could authors of manuscript recalculate the strength | have been provided.

properties of paper strips into values of tensile index (N.m/g) and Thanks

tear index (mN.m2/g)?

Created by: EA Checked by: ME Approved by: CEO Version: 1.5 (4" August, 2012)




