
1

Adsorptive Interaction of Natural Antifungals with1

Metal Hexacyanoferrate (II) Complexes and its2

Medical Applications3

4

5

ABSTRACT6

The study aimed to investigate the adsorptive interaction between metal7

hexacyanoferrates (II) and natural antifungals. Nickel, manganese and copper8

hexacyanoferrates (II) were synthesized and characterized by elemental and spectral analysis.9

The antifungal potentials of each metal hexacyanoferrate (II) at 10 mg/mL were combined10

with two natural antifungals: coconut (Cocos nucifera) and ochro (Abelmoschus esculentus)11

leaves. The ethanol and acetone extracts at 20 mg/mL and 10 mg/mL, respectively have been12

evaluated against fungus Candida albicans. The antifungal potential was executed by the disc13

diffusion method.  The acetone and ethanol extract of A. esculentus at 10 mg/mL were found14

to possess the most effective antifungal potential. Each interaction pair was also characterized15

by spectral analysis and phytochemical analysis.16

Keywords: Metal hexacyanoferrates (II), Cocos nucifera, Abelmoschus esculentus, Natural17

antifungals, Candida albicans, Disc diffusion, Green drugs.18

1. INTRODUCTION19

Metal hexacyanoferrates (II) serve three functions: as adsorbents, ion exchangers and20

photosensitizers [1]. Biosorption of heavy metals has been a recent research area where21

plants, bacteria and fungi facilitate the degradation of metal- cyanide complexes, including22

large complexes such as ferricyanides and ferrocyanides. The biodegradation occurs when the23

impermeable membrane of the metal-cyanide complexes is disrupted [2].24
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In other cases, the fungi do not tolerate the toxicity of the heavy metal and its complexes at25

high concentrations. Some of the mechanisms by which metal hexacyanoferrates (II) function26

to degrade the fungi instead are: inhibiting cell division, enzyme activity, disrupting cell27

membrane and denaturing of protein among other actions [3, 4]. It can be assumed that either28

the action of the fungi to degrade the metal-cyanide complex would result in its decrease in29

growth or the fungi would be intolerable to the toxicity of the metal hexacynoferrates (II).30

The effects of interacting natural antifungals with transition metal ferrocyanides. The31

transition (II) metal ferrocyanides included nickel, copper, manganese which interacted with32

methanolic leaf extracts. The effects were observed using scanning electron microscope. The33

interaction was tested in against Rhizoctoniasolani, a fungal disease which affects potatoes.34

One of the leaves extracts in particular Cassia alata (Canicro bush) was least effective when35

paired with nickel ferrocyanide. The effects of the leaves extracts paired with manganese36

ferrocyanide was greater, while the leaf extracts paired with copper ferrocyanide was the37

greatest [5].38

The experiment was repeated with the same metal ferrocyanides and fungal disease. The39

only difference being the methanolic leaf extracts. The results remained unchanged with40

cadmium ferrocyanide being the most effective followed by manganese and nickel41

ferrocyanides [6]. The antifungal activity of nickel and copper ferrocyanide were tested42

against Aspergillus niger and Candida albicans. Neither of the ferrocyanides showed any43

significant effectiveness against C. albicans [7]. Metal ferrocyanides: nickel, copper and44

manganese against Verticillum fungicola and Mycogone perniciosa. M. perniciosa (wet45

bubble disease) and V. fungicola (dry bubble disease) are fungal diseases which affect46

mushrooms. All of the ferrocyanides exhibited antifungal potential against M. perniciosa.47

The main findings revealed that nickel ferrocyanide was most effective in inhibiting the48

activity of M. perniciosa [8]. The antifungal potential of nickel and copper ferrocyanides was49
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tested against the dry bubble disease (V. fungicola) of Agaricus bisporus. The results50

concluded that both ferrocyanides has some amount of effectiveness against the fungal51

disease [9].52

The C. nucifera oil contains medium fatty acids such as caprylic acid and lauric acid. These53

fatty acids are the antifungal agents [10]. The oil has been linked to fight against fungal54

infections such as ringworm, Athlete’s foot, toenail fungus [11] and dandruff [12]. C.55

nucifera oil cream was created using varying amounts of C. nucifera oil (sourced from56

coconut fruit). The creams were tested on skin inoculated with Candida albicans, Aspergillus57

niger. After the cream was applied, five (5) minutes later the area was swabbed and then58

incubated overnight. The coconut oil creams exhibited antifungal potential which was59

boosted due to the presence of an emulsifying agent which allowed monolaurin to acquire an60

increased penetration of the skin. Inhibition of the growth of Aspergillus niger, Candida61

albicans began before the first hour was achieved and was maintained for 1-3 weeks [13].62

This study is well thought out because of the objectives to formulate creams which not only63

fight fungi with the use of C. nucifera oil but also consider its stability, that is, how it would64

interact with the additional components, and with human skin which has been infected.65

Further research and testing done on the successful batches of the formulation could lead to66

an alternative treatment. In 2016 a research was published on the disease of early childhood67

caries (ECC), which occurs when a child’s teeth are decayed, missing or their surfaces are68

filled. ECC is caused by microorganisms such as C. albicans which affects children who are69

6 years 11 months or younger. The funguswas isolated in children affected with ECC, its70

susceptibility was tested against 0.2 % chlorhexidine, C. nucifera oil obtained from the fruit,71

probiotics and 2 % ketoconazole. All of the antifungal agents were found to inhibit the72

growth of the fungus. However, chlorhexidine and coconut oil demonstrated the highest73

antifungal activity which can be compared to ketoconazole [14].74
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Abelmoschus esculentus/Hibiscus esculentus contains flavones and triterpenoids which are75

the antifungal agents that fight against A. flavus, A. niger and C. albicans [15]. The antifungal76

potential of A. esculentus involved the synthesis of gold nanoparticles using seed aqueous77

extract obtained from plant and tested on fungal diseases, C. albicans being one. The78

antifungal potential of gold nanoparticles containing the seed aqueous extracts was evaluated79

by the maximum zone of inhibition of each concentration which was compared to80

amphotericin B (positive control).The antifungal potential of the nanoparticles was greater81

than that of amphotericin B at higher volumes against the fungi. This advance research82

reveals the pairing of the natural antifungal potential of seed aqueous extract of A. esculentus83

and advancement in nanotechnology, which enhanced the antifungal ability of the plant’s84

seeds [16]. The entire A. esculentus plant was and tested against three fungi: C. albicans, A.85

niger and S. cerevacae. The crude methanolic extracts and ciprofloxin were applied to each86

microorganism where the growth of A. niger was the most inhibited; followed by C. albicans87

ciprofloxacin demonstrated greater inhibitions than the extracts where C. albicans was the88

most susceptible [17].89

A search of literature indicated that very few reports are available from our laboratory on90

interaction of natural antifungals with metal hexacyanoferrates (II) and their medical91

applications [18, 19]. In view of this, an attempt was made to study the phytochemical92

analysis and the antifungal potential of some natural antifungals and metal hexacyanoferrates93

(II). In addition the present work describes phytochemical analysis and anifungal potential of94

natural antifungals: C. nucifera and A. esculentus leaves extract (ethanol and acetone) and95

metal hexacyanoferrates (II) ( CuFc , NiFc , MnFc) suspension.96

97

98
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2. METHODOLOGy99

2.1 Chemicals100

Potassium ferrocyanide, Nickel (II) chloride, Manganese (II) chloride, Copper (II) chloride101

were obtained from BDH, Poole, England.  Nystatin, Picric acid, ferric chloride, metal102

magnesium, acetic anhydride were obtained from Aldrich. All chemicals were of analytical103

reagent grade and used without further purification. Solutions were prepared in104

doubly distilled water.105

Microorganism: Candida albicans and Media: Mueller Hinton, BD BBL was obtained from106

Department of Biology, University of Guyana.107

2.2 Synthesis of Metal Hexacyanoferrates (II)108

The copper, manganese and nickel hexacyanoferrates (II) were synthesized by similar method109

reported in literature by Kourim, et al. [20]. 500 m L, 0.1 M of the metal (II) chloride110

solution was added to 167 m L, 0.1 M of potassium ferrocyanide solution with constant111

stirring. The reaction mixture was heated on a water bath at 85 o C for 4 hours, occasionally112

being stirred. Afterwards the mixture was kept at room temperature for 24 hours. The mixture113

was filtered using Whatman filter paper and washed several times with distilled water. The114

residue was dried in an oven at 60 o C to remove the moisture. The dried product was ground115

with a mortar and pestle and sieved to 125 µm particle size.116

2.3 Characterization of Metal Hexacyanoferrates (II)117

The synthesized copper, manganese and nickel hexacyanoferrates (II) were found to have118

dark brown, grey and light green colours, respectively. Elemental analysis: Atomic119

absorption spectrophotometer was used to analyze the amount of iron, metal, carbon,120

hydrogen and nitrogen. These values are given in Table 1. The spectral analysis of each metal121

hexacyanoferrates (II) was done using Infrared Spectrophotometer. The spectral analysis will122
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be recovered in KBr disc using KBr pellets of BUCK Scientific M530. All of the samples123

were placed in the infrared spectrophotometer and read at 4000 cm-1 - 400 cm-1.The infrared124

spectral data of the metal ferrocyanides are given in Table 2. The infrared spectral peaks125

around 3500 cm-1 and 1600 cm-1characteristics of water molecules / OH groups and HOH126

bending, respectively. Two sharp bands around 2000 cm-1 and 580 cm-1 are characteristics of127

cyanide and Fe - C stretching, respectively. Another sharp band at 500 cm-1 probable shows128

the presence of metal-nitrogen band due to polymerization.129

130
2.4 Preparation of Natural Antifungal Extracts131

Extraction for all leaf samples, a modified procedure is reported by Mworia et al. [21]. The132

leaves were picked, washed with tap water and dried at room temperature to remove the133

excess water. The sample was ground using a Wiley Mill. A 50 g of the ground sample was134

soaked in 200 mL of acetone. The soaking sample via cold percolation was kept for 48 hours135

at room temperature. The acetone-sample extract was decanted and filtered every 48 hours136

using Whatman filter paper no. 41 ashless and fresh acetone was added. This was repeated137

three times. The acetone extracts were pooled and concentrated using rotary evaporator (40 o138

C, 70-80 kPa), until a dry crude was obtained. The residue of the sample left after the acetone139

extraction was allowed to dry. The dried sample was further extracted with ethanol. The140

ethanol extract obtained was concentrated using rotary evaporator (50o C, 90 kPa).141

2.5 Plate Preparation142

Distilled water was added to Mueller Hinton agar; with frequent agitation the mixture was143

heated to a slow boil until the powder was dissolved. Mueller Hinton agar was autoclaved at144

259 o F at 20 psi for 20 minutes. After removal from the autoclave Mueller Hinton agar was145

allowed to cool to room temperature for comfortable handling. The cap was removed. The146
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mouth of the flask containing the Muller Hinton agar was placed over a flame for a few147

seconds. This was done to prevent any organism in the area from falling into the flask. The148

molten agar was poured slowly into the base of the sterile petri dish and covered with the lid149

under a laminar air flow cabinet. The petri dishes were left to solidify for approximately 30150

minutes and UV sterilized for 20 minutes. The petri dishes were inverted and placed in151

transparent plastic bags tightly wrapped. The bags were then stored in the refrigerator152

overnight.153

2.6 Disc Diffusion Assay for Microbial Sensitivity Testing154

155

The dried crude extract was dissolved in their respective solvents to a stock solution of 20156

mg/mL. The stock solution was used to make a 10 mg/mL solution. 12 ultraviolet sterilized157

paper discs of 6 mm (Whatman filter paper no. 1) in diameter were soaked in mini disposable158

petri dishes containing their respective extracts at the different concentrations for complete159

saturation. The agar plates were dried and ultraviolet sterilized in the laminar air flow cabinet.160

The C. albicans which was prepared prior was dissolved in 10 mL of distilled water in a test161

tube and its turbidity was compared to 0.5 M McFarland Standard (1.5 x108- approximate162

bacterial suspension/mL). Once identical turbidity is achieved, the mouth of the test tube is163

uncapped and flamed before a sterile cotton swab is submerged in the mixture.164

The test tube is flamed and capped; the sterile cotton swab is streaked unto the agar plate in165

the different directions. The soaked paper discs containing their respective plant extracts at166

different concentrations with metal hexacyanoferrate (II) suspension were transferred to the167

agar plate (four discs on one plate).168

A positive control (concentrated Nystatin suspension) and negative controls (solvent only)169

were also used. The plates were taped to prevent any contamination when being transferred170
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from the laminar air flow cabinet to the incubator. The plates were inverted and placed in an171

incubator at 37 o C for 48 hours. The diameter zone of inhibition of the leaves extracts of C.172

nucifera and A. esculentus with metal hexcyanoferrates (II) suspension against C. albicans173

are given in Tables 3 and 4, respectively.174

175

2.7 Phytochemical Screening176

177

The phytochemical screening followed the methodology of Harborne [22] and Kokate [ 23].178

The presence of alkaloids, tannins, saponins, flavonoids, volatile oils, phenols and steroids179

was determined for each leaves extract of C. nucifera and A. esculentus. The results are given180

in Tables 5 and 6.181

Alkaloids182

2 mL of extract was measured in a test tube to which picric acid solution was added. An183

orange colour indicated the presence of alkaloids.184

Tannins185

A portion of the extract was diluted with water, 4 drops of 10 % ferric chloride solution was186

added. A blue colour indicated gallic tannins and green colour indicated catecholic tannins.187

Saponins188

About 0.5 m L of extract was measured in a test tube and was shaken with 2 m L of water. If189

foam persisted for 10 minutes it indicated saponins.190

Flavonoids191

4 m L of extract solution was treated with 1.5 ml of 50 % methanol solution. The solution192

was warmed and metal magnesium was added. To this solution, 6 drops of concentrated193
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hydrochloric acid was added and red colour indicated flavonoids and orange colour indicated194

flavones.195

Volatile Oils196

2 m L of extract was shaken with 0.1 m L dilute NaOH and a small quantity of dilute HCl. A197

white precipitate indicated volatile oils.198

Phenols199

1 m L of extract was treated with 4 drops of ferric chloride solution. A bluish black colour200

indicated phenols.201

Steroids202

1 m L of extract was treated with 0.5 m L of acetic anhydride and 0.5 m L of chloroform.203

Then concentrated solution of sulphuric acid was slowly added. A greenish bluish colour204

indicated steroids.205

2.8 Characterization of Metal Hexacyanoferrates (II) and Plant Extract206

207

The spectral analysis of plant extract with each metal hexacyanoferrate (II) was recovered208

using Nujol Mull of BUCK Scientific M530. All of the samples were placed in the infrared209

spectrophotometer and read at 4000 cm-1 - 400 cm-1. A small drop of the plant extract with210

metal hexacyanoferrate (II) was placed on one side of the KBr window followed by one drop211

of Nujol Mull solution. The mixture was then covered and pressed with the other KBr212

window and placed in the IR spectrophotometer. These values are given in Tables 7 and 8.213

214

215
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2.9 Statistical Treatment216

t- Test was used to compare the zones of inhibition of the plant extract only and plant extract217

with the addition of each metal hexacyanoferrate (II) at the same concentration. For each p <218

0.05 - there is a significant difference, p > there is no significant difference.219

The inference “significant difference” implies that based on the zone of inhibition, the220

activities are not the same and thus the treatment is different. Therefore “no significant221

difference” would imply that the activities are the same, thus the treatments are the same.222

Ultimately, it is to determine whether the addition of the metal hexacyanoferrate (II) is to be223

considered for its antifungal activity. Comparison of the zones of inhibition of the plant224

extract, with the addition of each metal hexacyanoferrate (II) at the different concentrations225

for those which are of opposite significant difference, will verify if concentration is a factor226

to be considered for its antifungal activity.227

Comparisons were also conducted on the zones of inhibition of the plant extract with the228

addition of each metal (II) hexacyanoferrate, which demonstrated no significant difference in229

preliminary analysis and Nystatin suspension (positive control). Another preliminary analysis230

was conducted which compared the plant extract at the concentrations of the following to231

analyze if there was significant difference from Nystatin suspension.232

3. RESULTS233

234

It can be observed from Tables 3 that the acetone extract of C. nucifera at 20 mg/m L and 10235

mg/m L with manganese and copper hexacyanoferrates (II) demonstrated effective antifungal236

potential. The ethanol extracts at both concentrations showed no antifungal activity.237

On the other hand in Table 4, all of the acetone extracts of A. esculentus at 20 mg/m L and 10238

mg/m L indicated showed effective antifungal potential when paired with all three metal239

hexacyanoferrates (II) (with the exception of combining manganese hexacyanoferrate (II)240
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with the plant extract at 10 mg/m L). The ethanol extracts at both concentrations241

demonstrated effective antifungal potential (with the exception of combining manganese242

hexacyanoferrate (II) with the plant extract).243

The phenolic compounds such as phenols and flavonoids are antifungal agents. In Table 5,244

the phytochemical analysis of acetone and ethanol extracts of C. nucifera with copper, nickel245

and manganese hexacyanoferrate (II) suspensions. The results revealed that the acetone246

extract combined with copper and manganese hexacyanoferrate (II) contained phenols.247

Phenols were absent in the ethanol extract of C. nucifera with all three hexacyanoferrates (II).248

Based on the data from Table 6, the phytochemical analysis of A. esculentus indicated that249

the acetone extracts when combined with copper, nickel and manganese hexacyanoferrates250

(II) contained phenols. While ethanol extracts when combined with nickel and manganese251

hexacyanoferrates (II) contained flavonoids and phenols respectively.252

A preliminary test was conducted on the plant extract only which was used for comparison.253

Based on the peaks before and after the addition of each metal hexacyanoferrate (II) to the254

plant extract, the disruption of the antifungal potential can be determined. The infrared255

spectral data given in Table 7 showed that the antifungal potential was disrupted when the C.256

nucifera, ethanol extracts were combined with metal hexacyanoferrates (II). The exception257

was acetone extract with manganese and copper hexacyanoferrates (II).258

The acetone and ethanol A. esculentus extracts combined with metal hexacyanoferrates (II)259

did not disrupt the antifungal potential when the infrared peaks were compared. The260

exception of the ethanol extract when combined with manganese hexacyanoferrate (II).261

Interestingly the acetone extract when combined with manganese hexacyanoferrate (II) was262

partially disrupted based on the diminished sharpness of the peak. This is demonstrated in263

Table 8264
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The most effective antifungal activities were demonstrated by 10 mg/m L ethanol extract of265

A. esculentus with nickel hexacyanoferrate (II) and 10 mg/m L acetone extract of A.266

esculentus with copper hexacyanoferrate (II). This is shown in Figures 1 and 2, respectively.267

268

4. DISCUSSION269
270

To investigate the interaction of metal hexacyanoferrate (II) and natural antifungals, the271

samples were tested individually. Recent research revealed that C. albicans has developed272

the ability to utilize the nitrogen present after the degradation of the cyanide bond to grow273

itself. This occurs due to the degradation of the metal-cyanide bond [24].274

275

However, the acetone and ethanol extracts of C. nucifera and A. esculentus at the different276

concentrations exhibited antifungal potential. When the acetone extract of C. nucifera277

interacted with manganese and copper hexacyanoferrate (II) at both concentrations,278

antifungal potential was exhibited. While the acetone extract of C. nucifera with nickel279

hexacyanoferrate (II) and the ethanol extract with nickel, manganese and copper280

hexacyanoferrate (II) at both concentrations did not exhibit any inhibition [Table 3].281

282

The interaction of the acetone and ethanol A. esculentus extract with nickel and copper283

hexacyanoferrate (II) at both concentrations, exhibited antifungal potential, while exhibiting284

antifungal potential was acetone extract of A. esculentus with manganese hexacyanoferrate285

(II) complex at 20 mg/m L. The interactions which showed antifungal potential indicated that286

the plant extract the metal hexacyanoferrate (II) had adsorbed the antifungal property from287

the natural antifungal. This is based on the observation that nickel and copper288

hexacyanoferrate (II) did not exhibit any antifungal potential at 10 mg/m L. The acetone289

extract of A. esculentus with manganese hexacyanoferrate (II) at 10 mg/ml and the ethanol290
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extract with manganese hexacyanoferrate (II) at both concentrations did not exhibit any291

inhibition [Table 4].292

293

The addition of the metal hexacyanoferrate (II) inhibited the natural antifungal’s potential or294

the growth of the fungus fueled by the source of nitrogen was exceeded by the antifungal295

potential of the plant extract. A trend was observed with the interaction between the ethanol296

plant extracts and manganese hexacyanoferrate (II) at both concentrations, where there was297

no inhibition of the growth of C. albicans. Ultimately, it was determined that the antifungal298

potentials of 10 mg/m L of ethanol extract of A. esculentus and acetone extract with nickel299

and copper hexacyanoferrate (II) , respectively had no significant difference from that of300

Nystatin, a pharmaceutical treatment.301

302

The presence of phenol has been observed in acetone extracts of C. nucifera with manganese303

and copper hexacyanoferrates (II). Phenols were also present in acetone and ethanol extracts304

of A. esculentus with copper hexacyanoferrate (II).305

Whereas the ethanol extracts of A. esculentus with nickel hexacyanoferrate (II) has been306

observed to contain flavonoids, a small quantity of phenol was observed for the acetone307

extract of A. esculentus with manganese hexacyanoferrate (II), which is a possible308

explanation as to why this extract at 20 mg/m L exhibited antifungal potential [Tables 5 and309

6].310

311

The acetone extracts of C. nucifera with nickel and copper hexacyanoferrates (II) showed312

similar IR spectra; however, their antifungal potential was different. This explanation also313

applies to ethanol extracts of A. esculentus with manganese and nickel hexacyanoferrates (II).314

All of the ethanol extracts of C. nucifera showed the absence of the peaks at 3504 cm-1 and315
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3510 cm-1. The acetone extract of A. esculentus with manganese hexacyanoferrate (II) did not316

show as being a strong peak when compared to the plant extract. This could be the reason for317

its antifungal potential being exhibited at 20 mg/m L [Tables 7 and 8].318

319
5. CONCLUDING REMARKS320

321

1. The acetone extracts of C. nucifera both concentrations revealed antifungal potential322

when combined with copper and nickel hexacyanoferrates (II).323

2. All of the ethanol extracts of C. nucifera did not exhibit antifungal potential with any324

of the metal hexacyanoferrates (II).325

3. The metal hexacyanoferrates (II)- extracts of C. nucifera interaction will demonstrate326

significant difference in the antifungal potential against C. albicans .327

4. Ethanol and acetone extract of A. esculentus at both concentrations demonstrated328

antifungal potential when combined with copper and nickel hexacyanoferrates (II).329

5. Acetone extracts of A.esculentus with manganese hexacyanoferrate (II) only showed330

antifungal potential at 20 mg/m L.331

6. Some of the metal hexacyanoferrates (II)-extracts of A. esculentus interaction will332

demonstrate significant difference in the antifungal potential against C. albicans .333

7. The metal hexacyanoferrate (II)-extracts of A. esculentus interaction will not334

demonstrate significant difference in the antifungal potential against C. albicans. This335

applies to 10 mg/m L of ethanol of A. esculentus with nickel hexacyanoferrate (II).336

Because there is no significant difference between the two latter interactions and337

Nystatin suspension, deduces that these possess the best antifungal potential.338

8. The metal hexacyanoferrate (II)-extracts of A. esculentus interaction will not339

demonstrate significant difference in the antifungal potential against C. albicans. This340

applies to 10 mg/m L of acetone of A. esculentus with copper hexacyanoferrate (II).341
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Because there is no significant difference between the two latter interactions and342

Nystatin suspension, deduces that these possess the best antifungal potential.343

9. It was observed that in some cases the metal hexacyanoferrates (II) did not inhibit the344

antifungal compounds: phenols and flavonoids.345

10. The acetone extract of C. nucifera with copper and manganese hexacyanoferrates (II)346

contain phenols.347

11. The acetone extract of A. esculentus combined with each of the metal348

hexacyanoferrates (II) contain phenols.349

12. The ethanol extract of A. esculentus combined with copper hexacyanoferrate (II)350

contains phenol.351

13. The ethanol extract of A. esculentus combined with nickel hexacyanoferrate (II)352

contains flavonoids.353

354

REFERENCES355

[1] Chela-Flores, J., Owen, T. & Raulin, F., First steps in the origin of life in the universe,356

Springer Science , Business Media, Germany. 2001; pp95- 96.357

[2] Dzombak, D.A., Ghosh, R.S. & Wong-Chong, G.M., Cyanide in water and soil:358

chemistry, risk, and management, CRC Press, Boca Raton. 2006; p 113.359

[3] Joo, J.H., Hussein, K.A. Heavy metal tolerance of fungi isolated from contaminated soil.360

Korean J. Soil Sci. Fert. 2012; 45(4) : 565-571.361

[4] Gupta, A., Joia, J., Sood, A., Sidhu, C., Kaur, G., Microbes as potential tool for362

remediation of heavy metals: A Review. J. Micro.  Biochem. Technol . 2016 ; 8: 364-372. [5]363

Bharti, D. , Arora, C., Synergistic effect of antifungal activity of medicinal plants with364

transition metal ferrocyanides. Asian J. Res. Chem. 2011; 4: 1429-1431.365

UNDER PEER REVIEW



16

[6] Bharti, D., Arora, C., Gupta, S., Synergistic effect of antifungal activity of medicinal366

plants with transition metal ferrocyanides against Rhizoctoniasolani. Asian J. Chem. 2010;367

24(10): 4650-4652.368

[7] Bharti, D., Arora, C., Kaur, G., Antifungal screening of some transition metal369

ferrocyanides against Aspergillus niger and Candida albicans. Asian J. Chem., 2012;370

24(3):1061-1063.371

[8] Chugh, C. Bharti, D. Antifungal potential of transition metal hexacyanoferrates against372

fungal diseases of mushrooms. Open J. Synthesis Theory Appl., 2012; 1: 23-30.373

[9] Chugh, C.A. Antifungal potential of transition metal hexacyanoferrates for management374

of dry bubble of Agar icusbisporus. Res.  J.  Chem.  Environ. , 2013; 17(6) :12-16.375

[10] Oyi, A.R., Onaolapo, J.A. & Obi, R.C. Formulation and antimicrobial studies of coconut376

(Cocos nucifera Linne) oil. Res. J. Appl. Sci., Eng. Technol. 2010; 2 (2): 133-137377

[10] Helmer, J. Cook and beautify with coconut oil. Inside and Out Personal Care . 2008; p378

40.379

[11] Fife, B. The coconut oil miracle (4th ed.). Penguin Group, New York. 2002 ; p 124.380

[12] Rockefeller, J.D. Amazing benefits and uses of coconut oil. Smash words Edition. 2015.381

[13] Shino, B., Peedikayil, F.C., Jaiprakash, S.R., Bijapur, G.A., Kottayi, S., Jose, D.382

Comparison of antimicrobial activity of chlorhexidine, coconut oil, probiotics, and383

ketoconazole on Candida albicans isolated in children with early childhood caries: An in384

vitro Study. Hindawi Publishing Corporation Scientifica, Volume 2016, Article ID 7061587:385

1-4.386

UNDER PEER REVIEW



17

[14] Takahashi, M. Proceedings of the 2015 International conference on medicine and387

biopharmaceutical. World Scientifica, New Jersey. 2016 ; p 1041.388

[15] Ranjan, S., Dasgupta, N. &Lichtfouse, E. Nanoscience in food and agriculture389

2.Springer International Publishing, Switzerland. 2016; p 244.390

[16] Jayaseelan, C., Ramkumar, R., Abdul Rahuman, A. , Perumal, P., Green synthesis of391

gold nanoparticles using seed extract of Abelmoschus esculentus and its antifungal activity.392

Industrial Crops and Products, (2013) ; 45: 423-429.393

[17] Mohamed, H., , Sarkar, A.M. Evaluation of biological activities of Abelmoschus394

esculentus (Malvaceae), Int. J. Curr. Sci., 2014; 10: 14-20.395

[18] Tewari B.B., Singh S., Studies on medical applications of natural antifungals-metal396

hexacyanoferrates (II) complexes, Rev. Soc. Quim. Peru , 2006; 72(4) :197-204.397

[19] Tewari B.B, Roberts S., Studies on interaction of natural antifungals with metal398

ferrocyanides and their medical applications, Nature and Science , 2009; 7(3) : 1-7.399

[20] Kourim, V., Rais, J., Million, B. Exchange properties of complex cyanides- Ion400

exchange of caesium on ferrocyanides. J. Inorg. Nucl. Chem.,1964; 26: 1111-1115.401

[21] Mworia, J.K., Gitahi, S.M., Juma, K.K., Mwangi, B.M., Aliyu, U., Njoroge, W.A.,402

Mwonjoria, K.J., Mawia, A.M., Nyamai, D.W.,Ngugi, M.P &Ngeranwa, J.J.N. ,403

Antinociceptive activities of acetone leaves extracts of Carissa Spinarumin Mice. Medicinal404

& Aromatic Plants, S1:006. 2015, doi:10.4172/2167-0412.S1-006.405

UNDER PEER REVIEW



18

[22] Harborne, J.B. Phytochemical methods: A guide to modern techniques of plant406

analysis. 2nd ed. Chapman and Hall, London, 1998; pp 54–84.407

[23] Kokate K.C. Practical pharmacognosy, 4th ed. Vallabh Prakashan, Delhi.1996; 218.408

[24 Li, C. X. , Gleason, J.E. , Zhang , S. Z. , Bruno, V.M., Cormack, B.P. , cullota V. C. ,409

Candida albicans adapt to host copper during infection by swapping metal cofactors for410

superoxide dismutase, Proc. Nat. Acad. Sci. USA ,2015; 112(38): E 5336-E 5342.411

Table 1 . Element analysis of copper, manganese and nickel hexacyanoferrates (II)412

Percentage (%) found

Metal Hexacyanoferrates
(II)*

Metal Iron Carbon Hydrogen Nitrogen

CuFc 37.3 15.4 14.7 3.1 18.1

MnFc 19.4 19.5 16.3 2.8 18.6

NiFc 20.8 19.6 20.3 1.5 21.4
413

*CuFc, copper hexacyanoferrate (II); MnFc, manganese hexacyanoferrate (II); NiFc, nickel hexacyanoferrate414
(II)415

416

Table 2 . Infrared spectral data of copper, manganese and nickel hexacyanoferrates (II)417

Metal
Hexacyanoferrates (II)*

Adsorption frequency (cm-1)

H2O molecules/OH
groups

HOH
bending

ѵC≡N
stretching

ѵFe-C Metal-Na

CuFc 3733 1628 2069 600 450

MnFc 3698 1632 2066 600 510

NiFc 3690 1619 2071 590 430
418

*CuFc, copper hexacyanoferrate (II); MnFc, manganese hexacyanoferrate (II); NiFc, nickel hexacyanoferrate419
(II)420

ametal-nitrogen band due to polymerization421

422
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Table 3. Diameter zone of inhibition (mm) of extracts of C. nucifera leaves against C.423
albicans424

Metal hexacyanoferrates
(II) suspension* (10 mg/m

L)

Acetone Extract
(mg/m L)

Ethanol Extract (mg/m L)

20 10 20 10

NiFc 0.0 ± 0.0 0.0 ± 0.0 0.0 ± 0.0 0.0 ± 0.0

MnFc 7.6 ± 3.8 5.6 ± 4.5 0.0 ± 0.0 0.0 ± 0.0

CuFc 8.7 ± 1.1 8.7 ± 1.2 0.0 ± 0.0 0.0 ± 0.0

425
426

*CuFc, copper hexacyanoferrate (II); MnFc, manganese hexacyanoferrate (II); NiFc, nickel hexacyanoferrate427
(II)428

429

Table 4. Diameter zone of inhibition (mm) of extracts of A. esculentus leaves430
against C. albicans431

432

Metal hexacyanoferrate
(II) suspension* (10 mg/m

L)

Acetone Extract
(mg/m L)

Ethanol Extract (mg/m
L)

20 10 20 10

Nickel 5.1± 4.5 6.0 ± 4.5 4.8 ± 4.2 10.1 ± 6.5

Manganese 8.8 ± 0.6 0.0 ± 0.0 0.0 ± 0.0 0.0 ± 0.0

Copper 10.5 ± 1.2 7.9 ± 3.8 8.9 ± 5.1 6.7 ± 4.1
433

*CuFc, copper hexacyanoferrate (II); MnFc, manganese hexacyanoferrate (II); NiFc, nickel hexacyanoferrate434
(II)435

436

Table 5 . Qualitative tests for the phytochemical analysis of acetone and ethanol extracts437
of C. nucifera nickel, copper and manganese hexacyanoferrates (II) suspension438

Phytochemical Inference

Acetone extract Ethanol extract

NiFc CuFc MnFc NiFc CuFc MnFc

Alkaloids - - - + - +

Tannins - - - - - -

Saponins + + + + - +

Flavonoids - - - - - -

Volatile Oils - - - - - +

Phenols - + + - - -
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Steroids - - - - - -
439
440
441
442

*CuFc, copper hexacyanoferrate (II); MnFc, manganese hexacyanoferrate (II); NiFc, nickel hexacyanoferrate443
(II). (+) – present, (-) - not present444

445
446
447

Table 6 . Qualitative tests for the phytochemical analysis of acetone and ethanol extracts448
of A. esculentus nickel, copper and manganese hexacyanoferrates (II) suspension449

450

Phytochemical Inference

Acetone extract Ethanol extract

NiFc CuFc MnFc NiFc CuFc MnFc

Alkaloids - - - - - -

Tannins - - - - - +

Saponins + + + + - -

Flavonoids - - - + - -

Volatile Oils + - + - - -

Phenols + + + - + -

Steroids - - + + + +
451

452
*CuFc, copper hexacyanoferrate (II); MnFc, manganese hexacyanoferrate (II); NiFc, nickel453

hexacyanoferrate (II). (+) – present, (-) - not present454
455
456
457

Table 7. Infrared spectral data of acetone and ethanol extracts of C.nuciferaand458
suspension of metal hexacyanoferrates (II)459

460

Metal hexacyanoferrates (II) suspension*

Plant Extract
[adsorption frequency

(cm-1)]

NiFc MnFc CuFc

Acetone
[below 600]

Antifungal potential
disrupted

Antifungal potential  not
disrupted

Antifungal potential
not disrupted
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Ethanol
[3504, 3510]

Antifungal potential
disrupted

Antifungal potential
disrupted

Antifungal potential
disrupted

461

*CuFc, copper hexacyanoferrate (II); MnFc, manganese hexacyanoferrate (II); NiFc, nickel hexacyanoferrate462
(II)463

Table 8.Infrared spectral data of acetone and ethanol extracts of A.esculentusand464
suspension of metal hexacyanoferrates (II)465

466
467

Metal hexacyanoferrates (II) suspension*

Plant Extract
[adsorption frequency

(cm-1)]

NiFc MnFc CuFc

Acetone
[2840]

Antifungal potential
not disrupted

Antifungal potential
partially disrupted

Antifungal potential
not disrupted

Ethanol
[below 600]

Antifungal potential
not disrupted

Antifungal potential
disrupted

Antifungal potential
not disrupted

468

*CuFc, copper hexacyanoferrate (II); MnFc, manganese hexacyanoferrate (II); NiFc, nickel hexacyanoferrate469
(II)470

471

472

Figure 1. 10 mg/ml Ethanol extract of A.esculentuswith nickel hexacyanoferrate (II)473
474

475
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476

Figure 2. 10 mg/ml Acetone extract of A.esculentus with copper hexacyanoferrate (II)477
478
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