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PART  1: Review Comments 
 
 Reviewer’s comment Author’s comment (if agreed with reviewer, correct the 

manuscript and highlight that part in the manuscript. It is mandatory 
that authors should write his/her feedback here) 

Compulsory REVISION comments 
 

Authors have chosen stir casting process to fabricate a novel MMC. However, few points 
needed more information, to  produce high quality work. 
1. Literature survey of the work should be in more detail and must contains the recently 
published work. ( 2015 to 2017) Eg. Srivastava AK et al 2016, ijems 2017,) rohatagi PK et al etc. 
2. Authors have done pouring in open atmosphere. Therefore, Level of porosity in the 
fabricated samples must be reported.  
3. Optical and SEM  images shows the uniform distribution of SiC particles/whiskers into the 
matrix material. However, it needed detailed study of recognition of particles. Either it is SiC 
particles or it may be some other elemental presence during casting operation.  
4. How it is proved by the study that it is filament-like or  particulate-like features present in the 
MMCs. 
5. Authors have reported that "In order to prevent interfacial reaction which could result in the 
formation of Al4C3 phase". which compound phase was obtained from interfacial reaction 
instead of   Al4C3 phase in this process. It should be specified in detail with proper chemical 
reactions if any. 
6. Conclusion must shows the summary of all experimental work which are the key points of 
this work. 

 

Minor REVISION comments 
 

1. Use standard words like Al should be written as Aluminium where it used separately.   

Optional/General comments 
 

1. Use technical words and try to avoid those findings which are not  the part of your 
experimental work. if you are using the findings or basis of other researchers work , it must be 
cited properly.  
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