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  Author’s comment (if agreed with reviewer, correct the 

manuscript and highlight that part in the manuscript. It is 
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Compulsory REVISION comments 
 

Authors have studied the microstructure of the Ni coated SiC Powder reinforced to Al-4043 alloy by stir casting. 
Overall it is a good paper. It should be published. But it needs minor revisions. 
 

1. Line 74: SiCP should be written as SiC. The format should be same everywhere.  

2. Nagaral et al [10] and Zakaria [2] investigated wear and corrosion behaviours; these are not related to 

your work. These citations should be replaced by other work relating to your study. 

3. Authors are requested to reveal the EDX report for the Al alloy used. Include an elemental composition 

table. 

4. The quality of the figure-2 is bad. Give a high dpi image. 

5. Line 125: Was used as matrix.....; Rephrase to, Al-4043 alloy was used as matrix........ 

6. Refer caption for Fig-3; your sample is Al/Ni coated SiC Composite. Use this phase as captions in Fig-3, 

Fig-4 and Fig-5. 

7. Authors are talking about the formation of Al4C3 phase during casting without Ni coating on the SiC 

powder. Paper quality will be improved if previous results on Al4C3 formation will be included and cited in 

the results and discussion section.  
8. Why authors chosen Ni coating?  

During Ni coating deposition on SiC particles, how the authors confirm the coating is uniform on all particles? I 

mean to say coating deposition may be on the top surface of SiC particles and the under layer particles may 

remain uncoated.  
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