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PART 1: Review Comments

Reviewer’'s comment: Author’s comment (if agreed with reviewer, correct the manuscript and
highlight that part in the manuscript. It is mandatory that authors should write
his/her feedback here)

Compulsory REVISION comments

Well it is a good work for literature. The authors has studied different properties of a
prepared brake pad and also compared their work with brake pads available in
literature. But | have few recommendations before it is accepted.

1. Why the authors chosen the specific materials for preparing the composite

materials.

Refer line 97: 3000 kg/f. Correct it.

I will suggest comparing the results with the data of conventional brake pads. So

that the performance of the prepared brake pads can be found out.

4. The authors should mention the type of saw dust, means specify the wood type.
The quality of wood has appreciable effect of the brake pad performance.

2.
3.

Minor REVISION comments

Optional/General comments
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