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Compulsory REVISION comments 
 

The authors in their technical report has less to say 
about Fly Ash. Is the type of FA fulfil the standard of 
ASTM C618 requirements? 
 
What is the role of TiO2 on the surface of ever-
changing FA with unknown composition?  
The authors report observation for non-reproducible 
material as FA has different composition depending on 
the source. 
 

1.The type of FA  have revised  as ASTM 
C618-05,China-2008  
 2. The FA  was used as carrier for  fabricating 
composites photocatalyst, the composition and 
source influence photocatalytic performance. 
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