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PART  1: Review Comments 
 
 Reviewer’s comment Author’s comment (if agreed with reviewer, correct the manuscript and 

highlight that part in the manuscript. It is mandatory that authors should write 
his/her feedback here) 

Compulsory REVISION comments 
 

 
There is a general consent these days that the characteristics of the Biochar both 
depends on the raw materials as well as on the process parameters during 
preparation. Except for the fact that it is stated that a Pyrolysis process is used any 
other type of process parameter is lacking. Since these are extremely important the 
paper can not be published in my opinion without a detailed description of the 
process(es) and the process parameters. 
 
From a safety point of view it is essential to show that the biochars are free of the 16 
EPA PAH’s (see EBC or IBI websites for the procedures on how to analyse). This is 
an essential analyses that needs to be added 

 

Minor REVISION comments 
 

 
The conclusion that the pyrogenic biochars can be used as fertilizer is one cutting corners. 
The fact that the char is analysed as pure material and qualifies from a safety point of  view 
and mineral content does not mean that the material is available for plant material in the 
soil. I think the materials look promising and can be further addressed for trials to judge the 
effect as fertilizer 

 

Optional/General comments 
 

 
Nice background. 
Temperature of ashing is very high and not in line with international standards (for Biomass 
it is as low as 550 C because otherwise you can evaporate the alkali (ash)  content) 
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