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Reviewer’s comment

Author’s comment (if agreed with reviewer,
correct the manuscript and highlight that part in
the manuscript. It is mandatory that authors
should write his/her feedback here)

Compulsory REVISION comments

Thanks for your suggestions. We are very glad
for your contributions in enhancing the quality
of our work.

Minor REVISION comments

Authors had done good work on corrosion.
The following suggestions may be incorporated to
improve the quality of the paper.

1. Indicate the standard used for Potentiodynamic
Polarization Measurements
2. Indicate the chemical composition of Mild Steel.

The chemical composition of the mild steel used
has been included in the corrected manuscript.

Optional /General comments
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