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PART  1: Review Comments 
 
 Reviewer’s comment Author’s comment (if agreed with reviewer, correct the manuscript and highlight that 

part in the manuscript. It is mandatory that authors should write his/her feedback here) 
Compulsory REVISION comments 
 

1. Line 31: Methylene blue is not the most soluble dye in water. However it is one of the 
dyes that is soluble in aqueous solution 

2. Line 49: There is no need to mention authors names as these reference can be 
grouped in the end of the sentences as [6-9]. Also please check the format as require 
by this journal, usually if author name is mentioned, there is no need to add the year 
as the main citation format is by numbering. 

3. Authors should include the magnification in the caption of Fig 2. 
4. Section 3.3. It is very strange to use extreme low concentration of 10 ppm dye during 

pH study. An extreme low concentration of MB used for optimising the condition is a 
major concern. Which would explain why high % removal observed for long range of 
pH from 4 to 10. Authors would probably obtain more accurate data when using 
higher concentration such as 50 ppm or 100 ppm. 

5. Did author determine the pH point of zero charge for the adsorbent? 
6. Table 2 and Fig 9 caption.  Correct “Dubinine” to “Dubinin” 
7. Many of the parameters used in the text (e.g. qe, qt, qm) not subscripted properly. 
8. Fig 10. Why contact time 20-120min used for pseudo-first, but for pseudo-second the 

ranged from 20-1500min? author should remove the datapoint at 1500min 
9. Author should place table 5 in section 3.8. 
10. Please check unit of k2. If authors used mg/g in the calculation of qe, the unit of k2 

should be g mg-1 min-1.  
11. Author use Ho’s expression of pseudo second order. Authors should credit the 

original work properly. ����Y.S. Ho, G. McKay. Sorption of dye from aqueous solution 
by peat, Chem. Eng. J., 70, (1998) 115-124. 
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