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PART  1: Review Comments 
 
 Reviewer’s comment Author’s comment (if agreed with reviewer, correct the manuscript and 

highlight that part in the manuscript. It is mandatory that authors should write 
his/her feedback here) 

Compulsory REVISION comments 
 

This article lacks focusing, the authors presented 20 figures and several tables and 
text enough to fill two pages of description of the results. Even with that there are 
incomplete work to report it as technical report. 

1- Figure 10 , X axes , log V should be log (V/s), the values tells us the that 
authors used very fast scan rate (up to 500 V/s) this is not mentioned in the 
experimental section, otherwise the figure is wrong, the author/s has to plot 
change in pot vs log of Scan rate in V/s not mV/s , the Y axes units are in V . 
Recreation of this figure will generate results that needs discussion. The 
figure is wrong and has no relation to ref 10 they claimed ,  

2-  Where are the optical band gap, the author/s did not again focus on the deep 
understanding of the band gap of these films, what was the rush for 
electrochromic (without even explanation of why such phenomena?). 

        3-   EIS a lot of work with lack of discussion. Talking about semicircles that does 
not exist. 

        4-   References are very limited 18 reference, for an article with 20 figure etc. 
        5-    I felt that the authors wants to parade a lot figures.  
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