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PART  1: Review Comments 
 
 Reviewer’s comment Author’s comment (if agreed with reviewer, correct the manuscript and 

highlight that part in the manuscript. It is mandatory that authors should write 
his/her feedback here) 

Compulsory REVISION comments 
 

The abstract does not indicate the outcomes of the regression analysis which 
formed a major part of the experimental results. 
Author should check for grammar errors. Most of the sentences do not flow and 
made the understanding of such a major work difficult. The work lost its technicality 
with the not so good presentation. 

Noted 

Minor REVISION comments 
 

 
Correction for spelling errors and recasting of some sentences. 
 

 

Optional/General comments 
 

 
State clearly the number of composite compositions prepared. How many specimens were 
employed for each assessment performed? 

 

 


