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PART  1: Review Comments 
 
 Reviewer’s comment Author’s comment (if agreed with reviewer, correct the manuscript and 

highlight that part in the manuscript. It is mandatory that authors should write 
his/her feedback here) 

Compulsory REVISION comments 
 

Additional information is required in the material and methods section for a reader to 
appreciate possible relationships between the properties of manganese and copper 
ores chosen for this study and grindibility. 
 
For example, mineralogical (specified as just chalcopyrite in case of the copper ore 
sample), chemical (chemical composition) and granulometric properties of the ore 
samples under study should be reviewed in the introductory materials section. 
 
It will help to know the mineralogy of gangue minerals to better evaluate mechanical 
parameters of the manganese and copper ores used in the current study. 
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