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Chemical Compounds Composition (%) Percentage composition 

SiO2 57.41 65.25 
Fe2O3 6.90 4.77 
Al2O3 33.67 17.89 
CaO 0.81 0.92 
MgO 0.53 0.44 
K2O 0.03 0.04 
TiO2 4.05 3.02 
CaO 0.08 0.09 
MnO 0.072 0.041 
V2O5 0.23 0.11 
Cr2O3 0.051 0.064 
ZnO 0.001 0.002 
NiO 0.003 0.004 
CuO 0.008 0.006 

 
1.705 3.647 

Na2O - 0.745 
 


