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Abstract 
Corrosion is ubiquitous and ravages all sectors of world economies of which 
agricultural industries are not immune. Techniques abound to stop corrosion 
theoretically and practically however, human errors and over enthusiastic 
application of available methods of protection have reduced their applications 
to practical reduction of corrosion rates of materials of construction. This 
review highlights chemicals and agricultural wastes which enhance corrosion 
rates of materials of construction and practical ways of reducing their effects. 
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1. INTRODUCTION 16 
One of the largest sectors of world economy is the agriculture and horticulture industry. They 17 
are quite capital intensive. Investments per acre are varied, depending on the type of 18 
activities involved. It is not easy to define exactly where corrosion can be most damaging in 19 
agriculture due to the diverse nature of structures, machinery and fittings employed for 20 
farming purposes.  This is further compounded by environmental factors such as rural, urban 21 
and coastal indices. Also of concern are climatic, type of farming activities as well as the 22 
seasonal use of specific equipment and machinery and the various storage methods 23 
employed [1].  24 
The degree of corrosion of a metal is largely dependent on the environment in which it is put 25 
to use. The atmospheric behaviour of metals in wet conditions and in soil differs, therefore 26 
protective treatments must be chosen in accordance with environments. While it is 27 
appropriate to use temporary protection such as grease impregnated with or without 28 
corrosion inhibitors, it is more important to select materials which can withstand the type(s) 29 
of corrosion envisaged in a particular environment. It will be inappropriate to use copper and 30 
its alloys in environments laden with ammonia or its derivatives so also stainless steel 31 
equipment in chloride environments. They will suffer from stress corrosion cracking (SCC) 32 
[2].   33 
In designing buildings and structures, the corrosiveness of the atmosphere must be 34 
assessed. Expectedly, coastal areas are considered to have higher corrosion tendencies 35 
than those inland. This is also applicable to tall structures and those sites exposed on 36 
hillsides. Likewise it is believed that corrosion is more prevalent downwind of industrial areas 37 
which are always laden with nitrous and sulphur oxide gases which promote acid rains [3].  38 
Studies [4] have shown that corrosion damage is not always uniform in nature and it is 39 
usually localised to small areas resulting in premature failure or damage. Such failures are 40 
usually associated with microbiologically influenced corrosion (MIC).  Prevention could be 41 



 

achieved through good design and the adoption of best practice and good house keeping in 42 
equipment use.  43 
 44 
 45 
2. CORROSION BY AGRICULTURAL CHEMICALS AND THEIR CONTROL 46 
Fertilisers, grains and silage preservatives, pest chemicals, disease and weed control, and 47 
proprietary acid solutions for cleaning dairy equipment are common examples of chemicals 48 
largely used in farming. 49 
Farm wastes and slurries are known to be considerably corrosive. Also, chemicals most 50 
significantly damaging to farming structures and machinery, are acid preservatives, 51 
additives, some fertilisers and manures/slurries. As regards acid cleaning chemicals, these 52 
can be used along with eco-friendly and bio-degradable corrosion inhibitors in order to 53 
reduce their damaging effects [5-10].  54 
There are different types of fertilisers with varied levels of corrosiveness. The determinants 55 
of corrosiveness include the decomposition or reactions to produce aggressive substances 56 
such as ammonia or hydrogen sulphide; especially where chloride ions are present like 57 
potassium or ammonium chloride or where acidic conditions are prevalent.  For instance, 58 
ammonium nitrates or di-hydrogen ammonium phosphate are known to engender material 59 
degradation through hydrolysis to acids resulting in a fall in pH. The ratio of essential plant 60 
nutrients could affect the degree of corrosiveness of compound liquid fertilisers. It is believed 61 
that the effect is most evident with fertiliser solutions containing about15% nitrogen; more so 62 
when half the free nitrogen is derived from urea and half from ammonium nitrate.  63 
A study [11] shows that for fertilisers containing nitrogenous solution of ammonium nitrate 64 
and urea reacts only slowly with steels and the reaction becomes more rapid at welds and 65 
bolt holes.  Welded steels suffer from depletion of alloying components at the heat affected 66 
zones (HAZ) and bolt holes constitute crevices where corrosion will be more intensified. In 67 
the same study, it was shown that phosphate solutions containing ammonium phosphate are 68 
less reactive towards steel, forming a phosphate passive layer which protects the underlying 69 
substrate. 70 
When fertilisers are dry, there is zero or very minimal corrosion. However, because of their 71 
hygroscopic nature they can easily attract moisture thereby becoming corrosive. Fertilisers 72 
become hygroscopic at a particular relative humidity and for ammonium nitrate, the value is 73 
60% [12] which makes the compound to be highly corrosive since it turns into liquid at a 74 
relatively low relative humidity. Some other phosphates only absorb moisture when their RH 75 
values are above 90%. Initial contact with moisture causes fertilisers to cake causing a 76 
marked increase in its abrasive properties. To encourage increased resistance to corrosion it 77 
is advised that steel be galvanised. Evidence abounds in tests where it was shown that 78 
fertiliser chemicals are more aggressive towards mild steels than towards galvanised steels 79 
[13]. Corrosion rate values quoted for 63% saturated ammonium nitrate solution are about 80 
250 mm for galvanised steel as against 1,250 mm for mild steel in the first year of exposure.  81 
Carbon steel provides a cheap option for the containment of fertilisers, as long as adequate 82 
surface cleaning, preparation and coating are done. Type 304 stainless steel was observed 83 
to be of most benefit for liquid fertiliser service from tests done over a three-year period.  84 
Penetration values quoted for tanks exposed for about 2.5 years to commercial liquid 85 
fertilisers are in the region of 0.253, 282 and 132 µm for Type 304 stainless steel, carbon 86 
steel and 5052 aluminium respectively. 87 
A better control of the onset and progression of corrosion by fertiliser solutions can be 88 
achieved through better design of equipment and enhanced maintenance and cleaning. 89 
Also, the use of inhibitors with fertilisers during storage, transportation and application also 90 
help reduce corrosion.  Sulphur compounds, like thiourea, ammonium thiocyanate and 2-91 
mercapto benzothiazole, are known to be suitable inhibitors for mild steel exposed to a 92 
mixture of ammonium nitrate-ammonia-water system in the absence of urea. Relative 93 
successes have been reported with the use of polyphosphates such as sodium 94 



 

polyphosphate, dibasic ammonium phosphate, for aqueous ammonium 95 
nitrate/ammonia/urea. However, free ammonia can reduce inhibitive effects of 96 
orthophosphate by reacting with it to form a complex salt. [7]. In addition, there is a huge 97 
abundance of renewable inhibitors of plant origin which are readily available for use in 98 
agricultural settings. 99 
Organic acids produced during the process of ensilage can cause corrosion damage in 100 
tower silos. It has been observed [12] that whole crop maize silage  ferments easily giving 101 
acidic by products with pH values as low as 3.6 which are very corrosive towards the 102 
internals of silos. In the same vein, lactic acid which is a stronger acid in combination with 103 
oxygen, give secondary fermentation resulting in silage with predominantly butyric acid, 104 
which gives a relatively higher pH value. However, corrosion rates inside silos are usually 105 
higher than those on the external walls because temperatures inside silos are usually higher 106 
than those in the outside environment. This is understandable since every 10oC rise in 107 
temperature doubles the rates of reaction including corrosion reactions. 108 
Formic acid has been used extensively over the years to prevent the growth of moulds and 109 
bacteria on stored grains. Other acids in the aliphatic carboxylic group, including propionic 110 
acid, have also been employed. Generally, the contact time for acids on machinery for 111 
example on augers and balers, is quite low, hence corrosion rates are usually very low on 112 
mild steel. Propionic acids are highly corrosive, however, damage could be minimised if the 113 
right precautions such as the complete removal of the acid-treated grain from the silo after 114 
use, washing with water, and avoidance of contact of treated grains with unprotected 115 
machinery.  116 
 During storage, acid-treated grains are less prone to cause corrosion, the major precaution 117 
needed being to minimise the risk of concentration in local areas such as crevices, or where 118 
stagnant pools of liquid can easily collect [14]. These are detrimental to metals as a result of 119 
differential aeration corrosion in such crevices.  120 
The problem of paint-stripping properties associated with organic acid additives can be 121 
contained by the modification of their compositions. For instance, complex formation through 122 
the addition of a cation to the organic acid will render it ineffective as a paint stripper [15] 123 
Others [15,16] have observed that silos built of aluminium has provided over 10 years of 124 
service life while the use of enamelled steel has been encouraged for its ease of 125 
maintenance and cleaning.  Plastic coatings and enamelled surfaces are prone to cracking 126 
which will result into creation of crevices with the attendant creation of crevice corrosion 127 
situations. On the other hand, galvanised steel usually deteriorate easily when in contact 128 
with silage juices and slurries which are most often highly acidic in nature. Aluminium is the 129 
most preferred metal for the construction of storage vessels, followed by galvanised steel 130 
and then mild steel [16].  131 
Usually silage from the bottom of the silo has a consistency akin to chipboard therefore 132 
equipments used for conveying and unloading silage can be subjected to corrosive wear. 133 
Abrasion and acid attack are also particularly destructive to concrete as acids are known to 134 
react with lime which causes the concrete to become friable. Thus, this encourages the 135 
concrete to crack and eventually spall further exposing the internal structure to inclement 136 
weather. Plastics, chlorinated rubber and epoxy based coatings are resistant to acid attacks 137 
and will provide alternatives as floor coverings over concretes in agricultural environments.   138 
. 139 
2.1 Corrosion by slurries/manures and its control 140 
Animal husbandry has developed astronomically with the advent of domestication of animals 141 
that were hitherto been hunted in the wild. Grasscutters, rabbits and with increasing demand 142 
for milk from cows, goats and related species has resulted in the growth in associated 143 
problems of handling manure and related waste materials. Consequently, equipment and 144 



 

associated handling devices have received attention from manufacturers to develop suitable 145 
materials which will cope with the high increase in waste generation. Slurries are mixtures of 146 
dung and urine which are normally composted with litter (probably a mix of straw or wood 147 
shavings) to form farm yard manure. The farm yard manure (FYM) ferments to release 148 
moisture, ammonia and carbon dioxide and in conjunction with naturally excreted chlorides 149 
from animals constitute the major corrosive components of slurries and farm yard manures. 150 
These are very corrosive to steel structures and ill-maintained, agricultural equipment and 151 
components. Here selection of materials and avoidance of crevice situations in the design 152 
stages come into play and will forestall insidious corrosion problems such as seizures of 153 
machinery etc. Results [13] have shown that galvanised steel is not significantly beneficial 154 
for some manure, especially those derived from poultry and cattle. However, manufacturers 155 
still favour the use of galvanised steel or concrete for livestock floors. In the case of piglets 156 
where copper compounds are incorporated in the feed, tests results show that galvanised 157 
metal thickness losses are close to 0.1 mm/year. This could be attributed to the effect of 158 
local deposit/galvanic corrosion. It has been observed that when there is a mixture of silage 159 
effluent and slurry a dangerous concentration of hydrogen sulphide gas can be formed which 160 
will encourage the formation of corrosive acids under deposits. 161 
 162 
2.2 Corrosion by herbicides and pesticides and its control 163 
The past decade has witnessed an enhanced growth in the development of chemicals for 164 
the use of crop protection. Simultaneously, there has been growth in corrosion by herbicides 165 
and pesticides. This is significantly noticeable under certain conditions, especially if harmful 166 
species concentrate in local areas. A common feature associated with incompatible metals is 167 
that copper-bearing fluids such as Bordeaux mixture an outcome of a mix of copper 168 
sulphate, water and lime is quite aggressive to aluminium or zinc as well as galvanised steel. 169 
This could be very harmful on new structures that have been freshly galvanised. Evidence 170 
from glasshouse structures shows that there is a significant increase in ‘zinc drip’ with the 171 
use of such copper-bearing fluids. It can be inferred that local deposits of copper will 172 
encourage the anodic dissolution of zinc in a suitable electrolyte hence the observed “zinc 173 
drip”.  174 
Serious waterline attack may occur on steel drums containing aqueous TCA, sodium 175 
trichloroacetate-weed-killer within a nine month period and heavier attacks have been 176 
observed on aluminium, galvanised steel, various brasses and copper while tinned steel and 177 
molybdenum-containing stainless steel Type 316 were more resistant which essentially 178 
should be the preferred choice in the combat against corrosion. Common weed-killers like 179 
the nitro-phenolics have been implicated in the corrosion of spraying equipment made of 180 
steels, however, application of inhibited oils and greases have been found to forestall 181 
waterline attacks as a result of differential aeration corrosion. Although the use of dilute 182 
dichromate solution as inhibitor has been found effective for corrosion phenomena induced 183 
by the use of furfurals and related compounds, however, they have been implicated as 184 
carcinogens and are very harmful to the environment at large. Their usage in most industries 185 
has been limited by several protocols. Other insecticides and weed-killers that have 186 
corrosive actions on metals are chlordane, DDT in salt water as well as sodium arsenite. 187 
Stainless steel has the best corrosion resistance for use with herbicides and pesticides while 188 
aluminium and its alloys have given satisfactory performance. However, insecticides 189 
dissolved in fuel oils are found to be less aggressive as the solvents are of petroleum origin 190 
and could coat the surfaces of metals with a thin film in which case they perform the 191 
functions of inhibitors.  192 
 193 
 194 
2.3 Corrosion and its control in dairy farming  195 
The use of stainless steels is wide spread in the dairy industry. Expectedly corrosion in this 196 
area is limited and relatively uncommon. However, specific problems may arise with cleaning 197 



 

and sterilisation of buildings and machinery, hence the need to protect steel structures from 198 
milk wastes. Lactic acid, for instance can easily corrode 1.25 mm of steel within a year. 199 
Agents containing chlorine, such as sodium hypochlorite disinfectant are potential corrosives 200 
to most metals associated with dairy industry equipment. The conjoint actions of stress and 201 
chlorides in environments in which stainless steel is put in service usually results in stress 202 
corrosion cracking more especially at temperatures in the region of  about 70 oC [2, 17] and 203 
its use should be avoided as well in the presence of caustic solutions within this temperature 204 
regime.  In addition, it is not advisable to use phosphoric acid in the removal of scale or milk 205 
stone in aluminium-based utensils and tinned surfaces should not be over-treated as this will 206 
cause tarnishing which may discolour the dairy products. 207 
It is usually not advisable to use phosphoric acid in the removal of scale or milk stone in 208 
aluminium-based utensils and tinned surfaces should not be over-treated as this will cause 209 
tarnishing which may discolour the dairy products. 210 
 211 
  212 
3. CORROSION AND ITS CONTROL IN HIGH RISK PRONE AREAS  213 
In a recent survey of farmers and horticulturists it was found that corrosion damage to 214 
buildings and structures are comparable with damage to machinery and equipment. 215 
Evidence shows that metals like galvanised structures and sheeting, certain animal houses – 216 
notably piggeries – and units that handle fertilisers and slurries are high-risk areas where the 217 
influence of chemicals often in association with wear, can be significant.  218 
 219 
 220 
3.1 Structures and buildings  221 
Corrosion occurs in galvanised structures when the protective zinc coating has been 222 
removed by acids or salty environments or any strong alkali. This is true, as galvanised 223 
sheets in rural environments could last more than 30 years, while in comparison the life span 224 
in a severely polluted, industrial area may be only five to ten years where acid rains are 225 
implicated as the agents of corrosion [18]. On the other hand, aggressive soils like peats or 226 
marshes containing sulphate and chloride or acid conditions engender higher corrosion rates 227 
in galvanised steel than may occur at ground level in some buildings. Also galvanised steel 228 
can neither withstand the severe condensation that is very common in farm buildings. It is 229 
often recommended that buildings sited in marine or other highly corrosive atmospheres 230 
should be painted. Consistently, calcium orthoplumbate alkyd primers with a matching alkyd 231 
top-coat are eminently easier to apply on galvanised steel where they have proved effective 232 
in reducing the ravaging effects of corrosion.  233 
Animal houses are often highly laden with ammonia, thus it is usually recommended [15] that 234 
the roof of such should be made of double sheeting and at the same time good ventilation 235 
with adequate air spaces must be maintained. As regards materials selection, copper 236 
containing alloys should be avoided while corrosion resistant materials  without protective 237 
coatings is basic designs aimed at reducing condensation effects beneath roof surfaces. An 238 
adequately ventilated piggery will remove gases, dust and odour, while air temperature and 239 
relative humidity will be controlled. In addition, excess heat and moisture will be controlled 240 
which will ensure appropriate oxygen levels. Naturally ventilated sheds should be separated 241 
by a distance of five times their height to maximise ventilation [18]. It is advised that 242 
adequate caution be taken for fixings and fasteners for buildings and equipment in order to 243 
avoid crevice corrosion where metals/alloys are in contact with timber especially if treated 244 
with preservatives containing copper, mercury or fluorides in damp conditions. Copper and 245 
mercury are cathodic to most metal thus when these are short circuited, the anodic, more 246 
active metal, aluminium or steel will corrode preferentially as a result of galvanic corrosion. 247 
Options for the control of damage to metals in contact with timber include the isolation of the 248 
area with a suitable tape or bituminous layer, by dipping the metal in lanolin or tallow prior to 249 
fitting. Some timbers are naturally durable and are viable for diverse situations, including 250 



 

contact with the ground or other damp material. Jarrah and teak could last for over 50 years 251 
whilst other timbers such as chestnut, pine or cedar can have a life span of up to 20 years.  252 
Most timbers used for glasshouses in Europe are red wood, which are well preserved with 253 
preservative to underscore the risk of decay [20].  It is recommended that in cases where 254 
timbers are not treated with preservative they should be painted however, some paints such 255 
as emulsion are detrimental to plants’ growth and should be avoided. In addition, vapours 256 
emitted during seasoning of wood are acidic and corrode nearby metals while actually not in 257 
contact in environments that are not well ventilated. This is common with woods like oak and 258 
sweet chestnut and should be avoided in combination with metallic surfaces of structures.  259 
Active chemicals from poultry and pig farming can undermine the life span of farm fencing 260 
which usually have an average span of up to 14 years. Generally, galvanised steel has a 261 
longer life span than wood and mild steel for fences and gates as reported by Loto and co-262 
workers [13]. It is also known that zinc used in cereal farms where there is a high usage of 263 
lime and chemical sprays are prone to heavier attacks. This may be due to the fact that zinc 264 
is anodic to mild steel and the zinc particles will only protect mild steels in its immediate 265 
vicinity while other larger unprotected areas will be left to the ravages of corrosion giving an 266 
uneven corrosion patterns. 267 
Premature failure could occur in gutters due to poor maintenance, or poor locations during 268 
erection. To forestall such premature failures, sloping guttering design is favoured in order to 269 
minimise the formation of silt deposits and also to avoid the accumulation of pools of 270 
stagnant liquid which are most likely to be acidic solution from cleaning procedures.  271 
 272 
3.2 Equipment and machinery  273 
Considerable care should be taken of machines that handle chemicals especially, artificial 274 
fertilisers and slurries as they are the most vulnerable to corrosion. To this end quality 275 
maintenance and care of machinery should be practiced after daily use and during out of 276 
season storage. Corrosion phenomenon rear its head in numerous ways which are not 277 
limited to seizure of equipment and moving parts as well as insidious unexpected leakages 278 
etc. Crevice corrosion in poorly drained areas, joints and the likes are common in agricultural 279 
establishments as a result of differential aeration. Corrosion in this case can be managed 280 
effectively through good house keeping which should be consolidated with the application of 281 
inhibited greases and oils for temporary protection in addition to the use of sealants. For 282 
agricultural equipment, while it may be quite economic to use highly corrosion resistant 283 
alloys and metals, however, some plastics are not too weak for some of the equipment. 284 
Nylon, polypropylene and acrylonitrile butadiene styrene (ABS) are found suitable for many 285 
agricultural environments [19].)  286 
From corrosion experiments, it has been observed that galvanised steels withstand the 287 
effects of agricultural wastes from livestock more than its mild steel counterpart [13, 22]. 288 
 289 
 290 
4. CONCLUSIONS 291 
For machinery and equipment adequate cleaning and application of temporary corrosion 292 
protection with the use of inhibited oils and greases prior to storage in a well assessed 293 
facility is important to avoid damaging corrosion effects. 294 
Location of agricultural sites should avoid heavily polluted industrial and salt laden coastal 295 
areas; different environments will induce different corrosion rates on materials of 296 
construction. 297 
Both external and internal surfaces of buildings and structures should be well protected with 298 
paints and coatings suitable for the environment and stagnant conditions should be avoided. 299 
Also designs which encourage condensation must be avoided. 300 
Agriculture or farming environment is hard on machinery and facilities thus their consistent 301 



 

protection is required from the daily exposure to water, fertilizers, cow manure and 302 
pesticides. Hence known and rigorously tested methods of corrosion prevention should be 303 
applied while in use and stored during seasons. 304 
Good house keeping is of the essence in agricultural establishments for the reduction of 305 
damaging effects of corrosion. 306 
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