
Original Research Article 1 

Computation of the Cohesive Energies of NaCl, SiO2 and Al Using Density 2 

Functional Theory 3 

ABSTRACT 4 

In this paper, the cohesive energies of Sodium Chloride (NaCl), Silicon dioxide (SiO2) and Aluminum 5 

(Al) based on computer code FHI-aims were calculated using Density Functional Theory. The code 6 

has several input parameters in which some of the variables were optimized.  The cohesive 7 

energies of NaCl, SiO2 and Al were calculated within Local Density Approximation (LDA) of 8 

Perdew Wang of the density functional theory. The results obtained from the computation of the 9 

cohesive energies of  NaCl, SiO2 and Al were 8.38 eV, 12.32 eV and 3.64 eV respectively which 10 

is in good agreement when compared to the experimental values of 8.18 eV for NaCl, 12.94 eV 11 

and 3.39 eV for SiO2 and Al respectively. These energies are within reasonable percentage errors 12 

of 2.4%, 4.8% and 6.9% respectively. 13 

 14 
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INTRODUCTION 17 

The description of many particle systems covers much of Physics and Chemistry. In 18 

computational nanoscience, focus is made on atoms, molecules and solids, based on their 19 

structure and cohesive properties, and how they interact with each other. Emphasis are employed 20 

on the properties of specific materials rather than universal properties of all, and our interest on 21 

the structure and binding means that cohesive energy Ecoh of a system is very important. 22 

Cohesive energy of a system is seen as the energy that must be added to a crystal to separate its 23 

components into neutral free atoms at rest, at infinite separation, with some electronic 24 

configuration [1,2]. Many powerful methods for solving Schrodinger’s equation have been 25 

developed during decades of struggling with the many-body problem. The methods are Nearly-26 

Free-Electron Approximation, Cellular Method, Augmented Plane Wave Method, Scattering 27 

Matrix and Green’s Function Method, Orthorgonolized Plane Wave Method, Pseudopotential 28 

Method, Green’s Function Cellular Method. These methods are time consuming, bulky or 29 

cumbersome posing problems to researchers in this field. In the light of the above, DFT a 30 

powerful tool that replace the many-body electronic wave function used in placed of the  above 31 

mentioned methods with the electronic density as the basic quantity used in this research work to 32 

calculate the cohesive energies of NaCl, SiO2 and Al. 33 

In this research work, the cohesive energies of NaCl, SiO2 , and Al were computed based on the 34 

DFT package FHI-aims code as developed by Fritz Haber Institute. From the results obtained, it 35 



shows that the cohesive energies ranges from 3.64 eV to 12.32 eV which is in agreement with 36 

the experimental values that ranged from 3.39 eV  to 12.94 eV.  37 

THEORETICAL FRAME WORK 38 

 39 

DFT is one of the most widely used methods for calculations of the structure of atoms, 40 

molecules, crystals, surfaces, and their interactions [3] It is one of the most popular and robust 41 

theoretical approaches currently available for solving the electronic structures of solids and their 42 

surfaces [4]. Although, no other theoretical approach has provided as much basic understanding 43 

of the electronic structures of surfaces in general and solid compounds in particular, DFT has 44 

proven capable of computing a host of properties of condensed matter and their surfaces to 45 

reasonable accuracy. For these reasons DFT has become a common tool in first principles 46 

calculation aimed at describing or even predicting the properties of molecules and condensed 47 

matter system [3].  48 

The central theme of DFT, i.e. the notion that it is possible and beneficial to replace the 49 

dependence on the external potential ( )rV  by a dependence on the density distribution ( )rn , is 50 

presented as a straight forward generalization of the familiar Legendre transform from the 51 

chemical potential,µ ,to the number of particlesN . This approach is used here to introduce the 52 

Hohenberg–Kohn energy functional and to obtain the corresponding theorems, using classical 53 

non uniform fluids as simple examples. The energy functional for electronic systems is 54 

considered next, and the Kohn–Sham equations are derived [3]. 55 

 56 

 The Hohenberg-Kohn Theorem 57 

 58 

Let us consider a system of N  interacting (spinless) electrons under an external potential ( )rV  59 

(usually the coulomb potential of the nuclei). If the system has a non degradable ground state, it 60 

is obvious that there is only one ground state charge density ( )rn  that corresponds to a given 61 

( )rV . Hohenberg and kohn demonstrated the opposite, far less obvious result with only one 62 

potential ( )rV  that yields a given ground-state charge density ( )rn [5]. 63 

If we consider a many electron Hamiltonian VUTH ++= , with ground state wave function,ψ .64 

T  is the kinetic energy,U  is the electron – electron interaction, V the external potential. The 65 

charge density ( )rn  is defined by Hohenberg and Kohn as [5]: 66 

 ( ) ( ) NN drdrrrrrNrn ...,...,,, 2
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Now considering a differential Hamiltonian VUTH ′+′+′=′  (V  and V ′  do not differ simply by 68 

a constant: V -V ′ ≠  constant), with ground state wave function ψ ′ .Assuming that the ground 69 

state charge densities are the same: 70 

[ ] [ ]VnVn ′′= .The following inequality holds: 71 
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That is, 73 

( ) ( )( ) ( )∫ ′−+<′ dxrnrVrVEE     2.3                                          74 

The inequality is strict because ψ  and ψ ′ are different being Eigen state of different 75 

Hamiltonians. By reversing the primed and unprimed quantities, one obtains an absurd result. 76 

This demonstrates that no two potentials can have the same density. 77 

The first Hohenberg and Kohn theorem that has a straightforward consequence is that of the 78 

ground state energy E and is also uniquely determined by the ground state charge density. In 79 

mathematical terms E is a functional ( )[ ]rnE  of ( )rn  can be written as;   80 
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Where ( )[ ]rnF  is a universal functional of the charged density ( )rn (and of ( )rV ).  For this 82 

functional a variational principle holds; the ground state energy is minimized by the ground state 83 

charge density. In this way, DFT exactly reduces the N -body problem to the determination of a 84 

3-dimensional function ( )rn which minimizes a functional ( )[ ]rnE . Unfortunately, this is of little 85 

use as ( )[ ]rnF  is not known. 86 

 87 

The Kohn-Sham Equations 88 

In 1965, Kohn and Sham reformulated the problem in a more familiar form and opened the way 89 

to practical application of DFT[6]. The system of interacting electrons is mapped onto an 90 

auxiliary system of non-interacting electrons having the same ground state charge density( )rn . 91 

For a system of non-interacting electrons the ground state charge density is representable as a 92 

sum over one-electron orbital (the KS orbitals)( )riψ . 93 

( ) ( ) 2
2 rrn ii ψ∑=    2.5 94 

Where � runs from 1 to 
2

N
. If we assume double occupancy of all states and the Kohn-Sham 95 

orbital are the solutions to the Schrodinger equation 96 

( ) ( ) ( )rrrV
m iiiKS ψψ =∈








+∇− 2

2

2

h
 2.6 97 

(� is the electron mass) obeying orthogonality constraints; 98 



  ( ) ( )∫ = ijji drrr δψψ *
         7.2  99 

The existence of a unique potential ( )rVks  having ( )rn  as its ground state charge density is a 100 

consequence of the Hohenberg and Kohn theorem which holds irrespective of the form of the 101 

electron-electron interactionU . 102 

MATERIALS AND METHOD 103 

This research is based on computer package program FHI-aims (Fritz Haber Institute ab-initio 104 

molecular simulations) for computational materials science based on quantum-mechanical first 105 

principles. The program uses DFT as a main production technique to compute the total energy 106 

and derived quantities of molecules and solids of condensed matter in its electronic ground state 107 

within the local or semi-local approximations. The program allows to describe electronic in 108 

single-quasiparticle excitations in molecules using different self–energy formalisms, and wave 109 

function based molecular total energy calculation based on Hartree-Fock and many-body 110 

perturbation theory [7]. 111 

 All calculations were carried out using FHI-aims code upgrade 6 (released on 17th July, 2011; 112 

version 071711_6). It only works on any Linux based operating system. Computations can only 113 

be carried out after building an executable binary file. FHI-aims package is distributed in a 114 

source code form, a working Linux-based operating system (Ubuntu 11.10 in this case) and a 115 

working FORTRAN 95 (or later) compiler was installed. In this case we use x86 type computer 116 

and therefore intel's ifort compiler (specifically Composerxe 2011.6.233) was installed for this 117 

work. A compiled version of lapack library, and a library providing optimized linier algebra 118 

subroutines (BLAS). Standard libraries such as Intel's mkl or IBM's essl provide both lapack and 119 

BLAS support. Intel's composerxe 2011.6.233 comes with mkl. All necessary adjustment were 120 

made for building the executable binary file for running the code and the executable program 121 

was successfully build. 122 

 FHI-aims requires two input files: control.in:- which contains all runtime-specific informations 123 

and geometry.in:- which contains information directly related to the atomic structure for a given 124 

calculation. The two input files must be places in the same directly from where the FHI-aims 125 

binary file is invoked at the terminal 126 

 RESULTS AND DISCUSSION 127 

The results obtained are based on the output files from the FHI-aims code used for the 128 

computations. This is used to obtain the total energies and the number of iterations.  Graphs were 129 

plotted to obtain the optimized parameters for NaCl, SiO2 and Al within Local Density 130 

Approximation. These solids crystal were optimized and its parameters were then used to 131 

calculate the cohesive energies of NaCl, SiO2 and Al. The result obtained for the computations of 132 

the cohesive energies of NaCl, SiO2 and Al solids are presented and discussed below. 133 



Table 4.1 NaCl pw- lda 134 

Number of Iteration Total Energy (eV) 
1 -16883.10881743 
2 -16882.55738772 
3 -16882.46856768 
4 -16882.41048646 
5 -16882.41058491 
6 -16882.40715433 
7 -16882.40713644 
8 -16882.40710707 
9 -16882.40710150 
10 -16882.40709419 
11 -16882.40709408 
12 -16882.40709414 
13 -16882.40709414 

 135 

 136 

Fig. 4.1 NaCl pw-lda binding curve for total energy 137 
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Table 4.1 shows NaCl in Perdew Wang local density approximation (pw-lda) calculation. It can 139 

be seen that the total energy for NaCl computed using 12x12x12 k-grid within LDA gives -140 

16882.40709414eV with 13 numbers of iteration. The cohesive energy of NaCl was then 141 

calculated and the result obtained for the cohesive energy gives 8.38eV which is in agreement 142 

when compared to the experimental value of 8.18eV [8]. This result shows that the computation 143 

of NaCl within the used k-grid for the local density approximation converges, and the calculated 144 

cohesive energy varies from the experimental value by 2.4% which can be said to be due to 145 

deviations for the atoms used in the DFT calculations rather than the solid [9]. The resulting 146 

binding curve in fig 4.1 indicates a stable total energy and also the best converged energy of -147 

16882.40709414eV for NaCl. This means that a crystal of sodium Chloride is more stable than a 148 

collection of free Na and Cl atoms. This also implies that the Na and Cl atoms attract each other 149 

i.e there exist a stronger attractive interatomic force that holds the atoms together thus the energy 150 

of the crystal is lower than the energy of the free atoms. 151 

Table 4.2 Na pw- lda 152 
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 159 

 160 

Number of Iteration Total Energy (eV) 
1 -4393.08798134 
2 -4393.08798151 
3 -4393.08797120 
4 -4393.08797128 
5 -4393.08796064 
6 -4393.08794679 
7 -4393.08794627 
8 -4393.08794510 
9 -4393.08794520 
10 -4393.08794464 
11 -4393.08794464 
12 -4393.08794466 



 161 

Fig. 4.2 Na pw-lda binding curve for total energy 162 

 163 

Table 4.2 shows Na in pw-lda, which is the result obtained for the total energy for Na calculated 164 

to be -4393.08794466eV with 12 numbers of iteration and the binding curve in fig 4.2 shows that 165 

as the total energy increases there is a stepwise increase in the number of iterations. The increase 166 

becomes gradual between the 4th and 5th numbers of iteration until a stable energy is reached at -167 

4393.08794679eV where its stability remains fixed all through the rest of the iterations. This 168 

large negative total energy is due to the nature of Na ionization energy to be too small and highly 169 

accurate in the LDA due largely to error cancellation in the attraction of the valence electron to 170 

the core of the atom of Na. [10]. 171 

 172 

Table 4.3 Cl pw- lda 173 
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Number of Iteration Total Energy (eV) 
1 -12480.92228564 
2 -12480.92229913 
3 -12480.92231260 
4 -12480.92231256 
5 -12480.92231218 
6 -12480.92231218 
7 -12480.92231217 



 179 

Fig.4.3 Cl pw-lda binding curve for total energy 180 

 181 

Table 4.3 shows Chlorine (Cl) in pw-lda, the total energy obtained for Cl is -12480.92231217eV 182 

with 7 numbers of iteration while fig 4.3 shows the graph for the total energy of Cl which 183 

decreases linearly with total energy as the number of iteration increases until it reaches the third 184 

number of iteration and becomes fixed all through the remaining  iterations. This indicate a 185 

reverse to what is obtainable in fig 4.2 in that the convergence stable trends of Cl shows its 186 

ability for electron affinity faster and accurate with lesser number of iteration  in the computation 187 

of  the  LDA. This calculation is obtained for only a single atom of Na and Cl which was used in 188 

calculating the cohesive energy of NaCl compound. 189 

                                            Table 4.4 SiO2 pw-lda 190 

Number of Iteration Total Energy (eV) 
1 -9899.04447702 
2 -9899.04445927 
3 -9899.04395563 
4 -9899.04382955 
5 -9899.04375837 
6 -9899.04372613 
7 -9899.04372833 
8 -9899.04371532 
9 -9899.04372506 
10 -9899.04371916 
11 -9899.04371775 
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12 -9899.04371815 
13 -9899.04371804 
14 -9899.04371803 

 191 

 192 

Fig. 4.4 SiO2 pw-lda binding curve for total energy 193 

Table 4.4 is for SiO2 in pw-lda, the result obtained shows that the total energy of SiO2 computed 194 

for 12x12x12 k-grid with LDA gives -9899.04371803eV with 14 numbers of iteration.  The 195 

calculated value obtained for the cohesive energy of SiO2 gives 12.32352eV which is in good 196 

agreement when compared to the experimental value of 12.94190eV [11]. The calculated 197 

cohesive energy for SiO2 is observed to be different from the experiment by a factor of 4.8%. 198 

The resulting binding curve in fig 4.4 shows a slow gradual increase until a stable total energy 199 

converges at -9899.04372613eV for SiO2. This means that a crystal of Silicon dioxide is more 200 

stable than a collection of free Si and O2 atoms and the existence of a strong attractive 201 

interatomic force that holds the atoms of SiO2 together thus the energy of the crystal is lesser 202 

than the energy of the free atoms. 203 

Table 4.5 Si pw-lda 204 

Number of Iteration Total Energy (eV) 
1 -7842.80122967 
2 -7842.80125139 
3 -7842.80130773 
4 -7842.80130287 
5 -7842.80130281 
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6 -7842.80130277 

 205 

 206 

Fig. 4.5 Si pw-lda binding curve for total energy 207 

Table 4.5 is for Si in pw-lda, the result calculated shows that the total energy for Si gives -208 

7842.80130277eV with 6 numbers of iteration for single atom. The trend in fig 4.5 decreases 209 

downwardly to create a curve pattern until it becomes stable at the 4th, 5th and 6th iterations, this 210 

can be attributed to the covalent bonding that exist in the bulk atom of silicon. The resulting 211 

value of the total energy were then used to calculate the cohesive energy of SiO2. 212 

 213 

Table 4.6 O2 pw-lda 214 

Number of Iteration Total Energy (eV) 
1 -2044.92016332 
2 -2044.92001072 
3 -2044.92004208 
4 -2044.92003697 
5 -2044.91993807 
6 -2044.91989906 
7 -2044.91989910 
8 -2044.91989881 
9 -2044.91989881 
10 -2044.91989881 
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 216 

Fig. 4.6 O2 pw-lda binding curve for total energy 217 

Table 4.6 is obtained for O2 in pw-lda and the total energy calculated gives -2044.91989881eV 218 

with 10 numbers of iteration while the binding curve in fig 4.6 increases initially as the number 219 

of iterations increases and decreases to become stable for a shortwhile before picking up and 220 

finally the stable energy converges at the 6th number of iteration for -2044.91989906eV of 221 

energy. The flip-flop nature of the oxygen atom shows oxygen to be barely stable at molecular 222 

level and metastable at atomic level owing to high electronegativity of the valence electron of 223 

oxygen atom [12]. This correlation converges in LDA. 224 

Table 4.7 Al Bulk pw- lda 225 
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Number of Iteration Total Energy (eV) 
1 -6570.19519202 
2 -6570.19352725 
3 -6570.19349955 
4 -6570.19350506 
5 -6570.19350497 
6 -6570.19350516 
7 -6570.19350521 



 232 

Fig. 4.7 Al Bulk pw-lda binding curve for total energy 233 

Table 4.7 is for Al bulk element in pw-lda, the total energy computed for the 12x12x12 k-grid 234 

within LDA was found to be -6570.19350521eV with 7 numbers of iteration. The cohesive 235 

energy obtained for the bulk Al was calculated and the result is 3.64eV which is also in good 236 

agreement when compared to the experimental value of 3.39eV [13]. The calculated difference 237 

observed is 6.9% from the experimental value obtained from the work in [13]. The binding curve 238 

in fig 4.7 shows that the total energy of the bulk element of aluminium increases as the number 239 

of iteration increases and converges steadily this unique nature of the stability of aluminium with 240 

respect to free atoms is due to the lowering of the energy of the highest occupied bloch orbital 241 

with k=0 in the crystal compared to the electronic of the free atom [14]. This interaction of the 242 

cohesive energy within the bulk atom of aluminium is responsible for its high conducting 243 

property in electronics and optical devices [14] 244 

Table 4.8 Al pw- lda 245 

Number of Iteration Total Energy (eV) 
1 -6566.55766460 
2 -6566.55767743 
3 -6566.55770391 
4 -6566.55770243 
5 -6566.55770237 
6 -6566.55770243 
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 247 

Fig. 4.8 Al pw-lda binding curve for total energy 248 

Table 4.8 is for Al single atom in pw-lda, it can also be seen that the total energy computed is -249 

6566.55770243eV for the atom. The resulting binding curve in fig 4.8 shows the decrease in the 250 

total energy to create a curve pattern until it becomes stable at the 4th, 5th and 6th iterations, this 251 

can be signifies  to the metallic bonding that exist in the bulk atom of aluminum. The resulting 252 

value of the total energy were then used to calculate the cohesive energy of Al bulk. 253 

CONCLUSION 254 

The cohesive energies of NaCl for fcc, SiO2 for hcp and Al for fcc crystal within LDA were 255 

calculated. The results of the total energy required for separating the condensed compound 256 

during the optimized process is found to converge faster with the 12x12x12 k-grid points in the 257 

Brillioun zone of the FHI-aim code. The result presented above have confirmed a faster and 258 

more accurate study of the solid considered when  259 
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compared to literature report of other studies reporting higher iterations before convergence. The values obtained are in agreement 
with the experimental values reported within some reasonable percentage errors. The calculated cohesive energies for NaCl, SiO2 and 
Al are observed to be different from the experiment by 2.4%, 4.8% and 6.9% respectively for LDA. The major source of this deviation 
comes from the present DFT calculations of the solid rather than the atom. 
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